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3.5

DRILLING METHOD Direct Push

SILT, dark gray, crushed white stone stained greenish-blue
crushed stone stained green, trace black slag

SAND, brown, fine, well sorted, rounded, moist
SANDY SILT, trace fine black slag-like material between 5 and 6 ft, moist
brown, moist

Bottom of hole at 8.0 feet.

5.0

5.5

8.0

MATERIAL DESCRIPTION

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 419.5 ft MSL

LOGGED BY M. Gotto

416.0

414.5

414.0

411.5

SLAG, black-brown, medium grain, dry

MC
2

63

65

MC
1

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

AT TIME OF DRILLING ---

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/06/06 COMPLETED 06/06/06
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LOGGED BY M. Carlson

SILTY CLAY, dark gray, highly plastic, stiff, moist

trace oxidation patterns

Bottom of hole at 4.0 feet.
4.0

DATE STARTED 06/14/06 GROUND ELEVATION 418.622 ft MSL

DRILLING METHOD Hand Auger

AT END OF DRILLING ---

MATERIAL DESCRIPTION

HOLE SIZE 2"

DRILLING CONTRACTOR GROUND WATER LEVELS:

CHECKED BY P. Thomson

NOTES Sampler: 2-inch, stainless steel hand auger

414.6
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1
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3

100

100

100

100

AFTER DRILLING ---

AU
4

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

COMPLETED 06/14/06

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

AT TIME OF DRILLING ---
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PROJECT LOCATION Fairmont City, IL
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BORING NUMBER SB-03-SW

PROJECT NAME Old American Zinc Plant Site
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4.2

AT END OF DRILLING ---

GRAVEL fill, wet, slight odor

SLAG, wet
SILTY CLAY, gray, odor

Bottom of hole at 8.0 feet.

2.0

SLAG, black, dry

4.0

8.0

NOTES Sampler: 4' Macro Core

MATERIAL DESCRIPTION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

2.2

419.9

419.7

417.9

417.7

413.9

CLAY, gray,

MC
2

GROUND ELEVATION 421.905 ft MSL

46

100

MC
1

CLIENT Blue Tee Corp.

AFTER DRILLING ---

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 05/30/06 COMPLETED 05/30/06
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PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-04-SW
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DRILLING METHOD Direct Push

SILTY CLAY, gray, plastic, cohesive, moist

Bottom of hole at 12.0 feet.

9.0

12.0

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

SLAG, black, fine, mixed with cinders, brick, fill material, dry

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

MATERIAL DESCRIPTION

DATE STARTED 05/31/06 COMPLETED 05/31/06 GROUND ELEVATION 425.135 ft MSL

416.1

413.1

MC
1

MC
2

MC
3

end of SLAG down to 9.0 ft, saturated

lower 1.0 foot is very moist

63

65

71

CHECKED BY P. Thomson
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)

DRILLING CONTRACTOR GeoServe, Inc.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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BORING NUMBER SB-05-SW

PROJECT NUMBER C1727
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CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site



HOLE SIZE 2"

8.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 420.251 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AFTER DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 05/31/06 COMPLETED 05/31/06

D
E

P
TH

(ft
) MATERIAL DESCRIPTION

0

5

AT END OF DRILLING ---

56

417.3

412.3

MC
1

MC
2

3.0

58

SLAG, black, moist

silty mixture, black, fill material, saturated

CLAY, gray, medium stiff, cohesive, plastic, moist

soft to medium stiff

Bottom of hole at 8.0 feet.
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BORING NUMBER SB-06-SW
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PROJECT NAME Old American Zinc Plant Site

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT LOCATION Fairmont City, ILPROJECT NUMBER C1727

CLIENT Blue Tee Corp.



CHECKED BY P. Thomson
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NOTES Sampler: 4' Macro Core

GROUND ELEVATION 420.812 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

4.0

DATE STARTED 05/31/06 COMPLETED 05/31/06

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

DRILLING CONTRACTOR GeoServe, Inc.

420.3

418.8

416.8

MC
1 79

FILL, crushed asphalt, gravel
SLAG, black, cinders, dry

SILTY CLAY, dark gray, medium stiff to stiff, plastic, dry

Bottom of hole at 4.0 feet.
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CLIENT Blue Tee Corp.
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BORING NUMBER SB-07-SE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL
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1010 Executive Court, Suite 280
Westmont, Illinois 60559
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PROJECT NUMBER C1727



DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 05/31/06

PAGE  1  OF  1

NOTES Sampler: 4' Macro Core
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MATERIAL DESCRIPTION

COMPLETED 05/31/06

FILL, crushed asphalt, mixed with slag, gravel, dry
420.3

417.3

MC
1 100

LOGGED BY M. Gotto

GROUND ELEVATION 421.306 ft MSL

SLAG, balck cinders, moist
CLAY, dark gray, medium stiff, plastic, brownish trace cinders, dry

Bottom of hole at 4.0 feet.

1.0

4.0

BORING NUMBER SB-08-SW
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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GROUND ELEVATION

LOGGED BY J. Stofferahn

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR Roberts Drilling GROUND WATER LEVELS:

CHECKED BY P. Thomson

COMPLETED 12/13/06

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

DATE STARTED 12/13/06

CLAYEY SILT, yellow brown, no stones, moist

MC
1 100

GRAVEL, limestone, crushed

NOTES Sampler: 4' Macro Core

SILTY CLAY, very dark brown and dark brown mottled silty clay, grading to medium brown and yellow brown silty
clay, grading yellow brown silty clay.  No stones, slightly moist

Bottom of hole at 4.0 feet.

0.2

0.7

3.8

4.0

SLAG, slag-like granular fill, mostly very dark gray with some white and yellow

BORING NUMBER SB-09-NE
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

CHECKED BY P. Thomson

DATE STARTED 12/13/06 COMPLETED 12/13/06

D
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P
TH

(ft
)

0

DRILLING CONTRACTOR Roberts Drilling

HOLE SIZE 2"
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BORING NUMBER SB-09-NW

4.0

TOPSOIL, very dark gray organic sitly loam with dark gray slag fill
SILTY CLAY, very dark brown, grading to dark brown silty clay, grading to medium brown and yellow brown silty clay,
grading to yellow brown silty clay.  No stones, slightly moist

CLAYEY SILT, yellow brown, no stones, moist
Bottom of hole at 4.0 feet.

GROUND WATER LEVELS:

3.7

PROJECT NAME Old American Zinc Plant Site

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY J. Stofferahn

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

0.3

PROJECT LOCATION Fairmont City, IL
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653



DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 418.324 ft MSL

NOTES Sampler: 4' Macro Core

AT END OF DRILLING ---

AFTER DRILLING ---

8.0

5.0

0.8

0.5
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MATERIAL DESCRIPTION

AT TIME OF DRILLING ---

COMPLETED 05/31/06DATE STARTED 05/31/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

MC
2

MC
1 42

100

410.3

413.3

417.5

417.8

Bottom of hole at 8.0 feet.

CLAY, gray medium stiff, cohesive, plastic, mottled

coarse, wet
SLAG, black, medium grained, moist

FILL, crushed stone/asphalt, topsoil, dry
0

5

CLAY, gray, mottled, medium stiff, plastic, dry
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CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-09-SE
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PROJECT LOCATION Fairmont City, ILPROJECT NUMBER C1727
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GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 12/13/06 COMPLETED 12/13/06

D
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P
TH

(ft
)

0

CLIENT Blue Tee Corp.
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AFTER DRILLING ---

PAGE  1  OF  1
BORING NUMBER SB-09-SW

PROJECT LOCATION Fairmont City, IL

MATERIAL DESCRIPTION

MC
1 100

TOPSOIL, very dark gray, organic, silty loam topsoil, "topsoil" odor
SILTY CLAY, very dark brown silty clay grading to very dark brown, dark brown and dark gray mottled silty clay.
No stones, slightly moist.
grading to dark gray, dark brown and medium brown mottled silty clay, grading to medium brown and yellow-brown
silty clay, grading to yellow-brown silty clay.  No stones, slightly moist

DRILLING CONTRACTOR Roberts Drilling

Bottom of hole at 4.0 feet.

HOLE SIZE 2"

0.2

4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY J. Stofferahn

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

yellow-brown silty clay, no stones, moist

PROJECT NUMBER C1727

PROJECT NAME Old American Zinc Plant Site
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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HOLE SIZE 2"

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY J. Stofferahn

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AFTER DRILLING ---

DRILLING CONTRACTOR Roberts Drilling GROUND WATER LEVELS:

CHECKED BY P. Thomson

COMPLETED 12/13/06
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AT END OF DRILLING ---

0.3

2.5

3.4

MC
1

TOPSOIL, very dark gray, organic silty loam topsoil.  Small pieces of
glass shards.
SILTY CLAY, very dark brown, grading to light brown.  No stones,
slightly moist

CLAYEY SILT, light brown, grading from moist to very slightly moist

Bottom of hole at 4.0 feet.

CLIENT Blue Tee Corp.

BORING NUMBER SB-10-NW
D

E
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DATE STARTED 12/13/06

PROJECT NAME Old American Zinc Plant Site
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PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT LOCATION Fairmont City, IL

MATERIAL DESCRIPTION
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NOTES Sampler: 2-inch, stainless steel hand auger

6.0

4.0

DRILLING METHOD Hand Auger

Bottom of hole at 6.0 feet.

medium stiff to stiff

CLAY, gray, slight oxidation, stiff, plastic, moist

SILTY CLAY, brown-gray silty clay, trace amounts of sand, medium stiff, slightly plastic, slight oxidation,
moist

2.0

0

5

D
E

P
TH

(ft
)

GROUND ELEVATION 419.008 ft MSLDATE STARTED 06/04/06

LOGGED BY M. Carlson

GROUND WATER LEVELS:DRILLING CONTRACTOR

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

MATERIAL DESCRIPTION

413.0

AU
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2
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1

415.0

417.0100

100
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100

100

COMPLETED 06/04/06
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-11-SE
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PROJECT LOCATION Fairmont City, IL
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CHECKED BY P. Thomson

CLIENT Blue Tee Corp.

D
E

P
TH

(ft
)

DATE STARTED 06/01/06

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

COMPLETED 06/01/06

BORING NUMBER SB-12-SW

MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site

0

GROUND ELEVATION 420.09 ft MSL

PAGE  1  OF  1
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MC
1 63

DRILLING METHOD Direct Push

wet

416.1

416.6

417.1

PROJECT LOCATION Fairmont City, IL

NOTES Sampler: 4' Macro Core

4.0

3.0

SLAG, black, cinders, dry

Bottom of hole at 4.0 feet.
SILTY CLAY, dark gray, plastic, soft, moist
SILTY SAND, gray, wet

LOGGED BY M. Gotto

3.5

PROJECT NUMBER C1727
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LOGGED BY M. Gotto

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

DATE STARTED 06/01/06

DRILLING METHOD Direct Push

COMPLETED 06/01/06 GROUND ELEVATION 423.166 ft MSL

NOTES Sampler: 4' Macro Core

8.0

AT TIME OF DRILLING ---

MATERIAL DESCRIPTION

PAGE  1  OF  1

CHECKED BY P. Thomson
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4.8

0

5
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(ft
)

46

69

MC
2

7.5

415.2

415.7

417.8
418.4

MC
1

coal fragments, cinders, black, dry

BORING NUMBER SB-13-SW

Bottom of hole at 8.0 feet.
CLAYEY SILT, gray, plastic, organic odor

GRAVEL, light gray to gray, coarse, wet

black

SLAG, dark brown, fine, dry

5.4
SANDY SILT, gray, very moist
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 %

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site



GROUND ELEVATION 424.085 ft MSL

4.5

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

DATE STARTED 06/01/06

LOGGED BY M. Gotto

COMPLETED 06/01/06

NOTES Sampler: 4' Macro Core

8.0

DRILLING METHOD Direct Push

MATERIAL DESCRIPTION

BORING NUMBER SB-14-NE

CHECKED BY P. Thomson

S
A
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 T

Y
P

E
N

U
M

B
E

R

4.0

0

5

D
E

P
TH

(ft
)

6.0100

63

MC
2

416.1

418.1

419.6

420.1

MC
1

black, fine, dry

Bottom of hole at 8.0 feet.

dark gray to black, fines, dry

SILTY SAND, gray, trace wood fibers, moist

SILTY SAND, red, wet

construction debris, bricks

dark gray, coarse

SLAG, fine, black, dry

SLAG, black, coarse, wet

PAGE  1  OF  1

PROJECT NAME Old American Zinc Plant Site
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL
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LOGGED BY M. Gotto

DATE STARTED 06/01/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

4.0

DRILLING METHOD Direct Push

GROUND ELEVATION 422.717 ft MSL

NOTES Sampler: 4' Macro Core

PROJECT LOCATION Fairmont City, IL

AT TIME OF DRILLING ---

PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION

BORING NUMBER SB-15-SE
PAGE  1  OF  1

COMPLETED 06/01/06

S
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R

0

5

D
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P
TH

(ft
)

3.0

67

63

MC
2

8.0 414.7

418.7

419.7

422.2

MC
1

fragments of white substance mixed with debris

0.5

Bottom of hole at 8.0 feet.

sandy

SILTY SAND, brown, fine, no remnants of slag materials, moist

FILL, white substance, ash-like, silty, soft, pliable
mixed with slag, brick and cobble debris

SAND, dark brown, fine
SLAG, brick and gravel debris

clayey
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.



AT TIME OF DRILLING ---

3.0

6.5

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

Bottom of hole at 6.5 feet.

DRILLING METHOD Direct Push

gravelly salg, black wet

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

MATERIAL DESCRIPTION

DATE STARTED 06/01/06 COMPLETED 06/01/06

LOGGED BY M. Gotto

MC
1

MC
1

100

63

CHECKED BY P. Thomson

Refusal at 6.5 ft, hit
foundation; move

boring location east
approximately 20 ft;

redrill to 8.0 ft

FILL, gravel, dry

SLAG, black, fine, dry

debris, bricks, trace slag, trace sand, brown, fine, moist

SILTY SAND, dark brown to black, slag remnants, very moist

coarse, wet

R
E

C
O

V
E

R
Y

 %

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

DRILLING CONTRACTOR GeoServe, Inc.
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PROJECT NUMBER C1727

REMARKS
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)
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CLIENT Blue Tee Corp. PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

PAGE  1  OF  1
BORING NUMBER SB-15-SW



3.0

DRILLING METHOD Direct Push

SILTY SAND, dark brown to black, slag fragments, very moist

coarse, wet

gravelly slag, black, wet

CLAYEY SILT, dark gray, medium stiff, organic odor

SANDY SILT, brown
Bottom of hole at 8.0 feet.

SLAG, black, fine, dry
0.8 FILL, gravel, dry

6.5

7.5

8.0

MATERIAL DESCRIPTION

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 423.335 ft MSL

LOGGED BY M. Gotto

422.5

420.3

416.8

415.8

415.3

debris, bricks, trace sand, brown, fine, moist

MC
2

100

100

MC
1

PROJECT LOCATION Fairmont City, IL

AT TIME OF DRILLING ---

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site
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AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/01/06 COMPLETED 06/01/06

D
E

P
TH

(ft
)

0

5

BORING NUMBER SB-15-SW-A
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COMPLETED 06/01/06
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DATE STARTED 06/01/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

PROJECT LOCATION Fairmont City, IL

MATERIAL DESCRIPTION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-16-SE
PAGE  1  OF  1

LOGGED BY M. Gotto

CLIENT Blue Tee Corp.

MC
1

AT TIME OF DRILLING ---

69

SLAG, black, cinders, dry
SILTY SAND, brown, slag fragments, dry

416.7

417.5

420.0

420.2

0.7

GROUND ELEVATION 420.704 ft MSL

NOTES Sampler: 4' Macro Core

3.3

DRILLING METHOD Direct Push

0.5

Bottom of hole at 4.0 feet.
CLAYEY SILT, dark gray, fine, moist

SLAG, black, fine

4.0
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6.3

NOTES Sampler: 4' Macro Core

6.5

DRILLING METHOD Direct Push

6.0

5.5

1.3

1.0

0.5

BORING NUMBER SB-17-SW

6.8

PAGE  1  OF  1

MATERIAL DESCRIPTION

0

5

GROUND ELEVATION 422.732 ft MSL

LOGGED BY M. Gotto

COMPLETED 05/31/06DATE STARTED 05/31/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

D
E

P
TH

(ft
)

MC

MC
1

416.0

416.2

416.4

416.7

417.2

421.4

421.7

422.2

Bottom of hole at 6.8 feet.
Refusal at 6.75 ft; encountered wood with creosote odor, potential railroad tie
SANDY SILT, brown, slag fragments, moist
SLAG, black, moist, fill material
SILTY SAND, brown, fine, moist
brown
slag mix

SILTY CLAY, gray, medium stiff, plastic
SLAG

100

FILL, gravel, asphalt, rotomill, gray, dry

100
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CLAY, dark gray, stiff, dry

G
R

A
P

H
IC

LO
G

R
E

C
O

V
E

R
Y

 %

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-18-NE

CLIENT Blue Tee Corp.
S
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0

PAGE  1  OF  1
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MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

83

Bottom of hole at 4.0 feet.

SILTY CLAY, gray, brown mottled silty clay, stiff, plastic, dry

moist
SLAG, black, medium grain, dry
FILL, asphalt, crushed stone, dry

D
E

P
TH

(ft
)

2.5
MC
1

417.2

418.7

AT TIME OF DRILLING ---

COMPLETED 05/31/06DATE STARTED 05/31/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AT END OF DRILLING ---

DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 421.212 ft MSL

NOTES Sampler: 4' Macro Core

4.0

AFTER DRILLING ---

G
R

A
P

H
IC

LO
G

R
E

C
O

V
E

R
Y

 %



S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

0

5

AT TIME OF DRILLING ---

BORING NUMBER SB-19-SE

COMPLETED 05/31/06DATE STARTED 05/31/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

D
E

P
TH

(ft
)

PROJECT NUMBER C1727

MATERIAL DESCRIPTION
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1010 Executive Court, Suite 280
Westmont, Illinois 60559
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Fax:  630.986.0653

PAGE  1  OF  1

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

DRILLING METHOD Direct Push

MC
2 63

65

AT END OF DRILLING ---

SLAG, black, fine, cinders/powdery, dry

MC
1

411.9

414.4

419.4

LOGGED BY M. Gotto

GROUND ELEVATION 419.87 ft MSL

NOTES Sampler: 4' Macro Core

8.0

5.5

TOPSOIL, dark brown, dry

Bottom of hole at 8.0 feet.
stiff

medium stiff, cohesive, plastic

SILTY CLAY, gray, soft, wet
wet

brick debris, gravel, coarse slag
moist

0.5
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PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-20-SE
PAGE  1  OF  1

CLIENT Blue Tee Corp.
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MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

DATE STARTED 06/07/06

CLAYEY SILT, dark gray, dry

DEBRIS, bricks fragments coated with dry, hard, black metallic substance
TOPSOIL, dark brown, stiff, grass, trace roots and trace gravel

67MC
1

416.7

418.7

420.2

GROUND ELEVATION 420.65 ft MSL

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

Bottom of hole at 4.0 feet.

LOGGED BY M. Gotto

COMPLETED 06/07/06

NOTES Sampler: 4' Macro Core

4.0

2.0

0.5

DRILLING METHOD Direct Push
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rock pieces, very porous, white, dry

7.0

4.5

Bottom of hole at 8.0 feet.

SANDY SILT, brown, trace fragments of black slag, dry

slivers of clear, crystals, veins of oxidation

slag, black, fine, wet

slag, black, fine, moist
pieces of crushed stone covered with light purple substance, porous, dry
brick debris
SLAG, black, ground, dry

CLAYEY SILT, dark gray, cohesive, plastic, mottled

HOLE SIZE 2"

0

5

D
E

P
TH

(ft
)

COMPLETED 06/07/06DATE STARTED 06/07/06

CHECKED BY P. Thomson

8.0

DRILLING CONTRACTOR GeoServe, Inc.

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 424.327 ft MSL

NOTES Sampler: 4' Macro Core

100

GROUND WATER LEVELS:

419.8

79

MC
2

MC
1

417.3

MATERIAL DESCRIPTION
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416.3

PROJECT LOCATION Fairmont City, IL
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Fax:  630.986.0653

PROJECT NUMBER C1727

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-21-SE
PAGE  1  OF  1
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

BORING NUMBER SB-22-SE
PAGE  1  OF  1
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MATERIAL DESCRIPTION

0
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Bottom of hole at 4.0 feet.

light brown
brown

SANDY SILT, dark gray, dry

SLAG, black, fine, mixed with brick debris

77MC
1

418.2

421.2

HOLE SIZE 2"

D
E

P
TH

(ft
)

COMPLETED 06/01/06DATE STARTED 06/01/06

CHECKED BY P. Thomson

1.0

DRILLING CONTRACTOR GeoServe, Inc.

4.0

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 422.186 ft MSL

NOTES Sampler: 4' Macro Core

GROUND WATER LEVELS:
G
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PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-23-NE-A
PAGE  1  OF  1

CLIENT Blue Tee Corp.

0

5

D
E

P
TH

(ft
)

COMPLETED 06/07/06

MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

GROUND WATER LEVELS:
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

SLAG, black, ground, fine to medium grain, dry

100

79

DATE STARTED 06/07/06

brown, fine, well sorted, moist
MC
2

MC
1

417.2

421.2

421.7

DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 425.178 ft MSL

SANDY SILT, dark gray, brick debris, trace slag, dry
SILTY SAND, dark gray, dry

8.0

4.0

3.5

Bottom of hole at 8.0 feet.

very moist

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core
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PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-24-SE
PAGE  1  OF  1
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D
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(ft
) MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

CHECKED BY P. Thomson

COMPLETED 06/07/06

SLAG, black, fine to medium, brick debris

100

coarse slag, wet

CLAYEY SILT, dark gray, cohesive, moist
MC
2

MC
1

413.6

415.6

416.6

58

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

clay pot fragments, glazed, kiln dried, purple/gray, brick and rock debris

NOTES Sampler: 4' Macro Core

DATE STARTED 06/07/06

8.0

6.0

5.0

Bottom of hole at 8.0 feet.

SILTY CLAY, dark gray, medium stiff to stiff, plastic

GROUND ELEVATION 421.556 ft MSL
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BORING NUMBER SB-25-SW

COMPLETED 06/14/06DATE STARTED 06/14/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push
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NOTES Sampler: 4' Macro Core

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

418.8

73

MC
2

MC
1

LOGGED BY M. Gotto

416.5

MATERIAL DESCRIPTION
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 %

414.5

brown, gray mottled clayey silt, medium stiff, slightly sandy

8.0

6.0

3.7

71 SANDY SILT, brown, plastic, moist

CLAYEY SILT, dark gray, soft to medium stiff, plastic, moist
brick debris

sandy-silt, brown, some oxidation, light gray mottled sandy silt

bits of glass, gravel and large pieces of slag
SLAG, black, ground fine to medium,

GROUND ELEVATION 422.502 ft MSL

Bottom of hole at 8.0 feet.



DRILLING CONTRACTOR GeoServe, Inc.
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COMPLETED 06/13/06DATE STARTED 06/13/06

GROUND WATER LEVELS:

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 422.688 ft MSL

NOTES Sampler: 4' Macro Core

CHECKED BY P. Thomson
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-26-NW
PAGE  1  OF  1

85

77MC
1

414.7

416.7

418.7

419.2

421.9

422.1

MC
2

Bottom of hole at 8.0 feet.

8.0

6.0

4.0

3.5

0.8

0.6

hard, plastic, dry
brown, dark gray mottled clay

CLAY, very hard, dark gray, some oxidation, plastic, dry

CLAYEY SILT, dark gray, oxidation, mottled, stiff to hard
SAND, foundary sand bottom, brown, medium, well sorted, dry
brown, some oxidation, pieces of coal fragments, black
brown, black streaking, pieces of rebar
black, coal fragments
SANDY SILT, brown, black streaks, fine slag
crushed gravel some pieces, gray stained, stained purple, dry
BACKFILL, debris, slag, black, fine, trace soil, dry
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MATERIAL DESCRIPTION
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DRILLING CONTRACTOR GeoServe, Inc.

MATERIAL DESCRIPTION

HOLE SIZE 2"

AT END OF DRILLING ---

MC
1

DRILLING METHOD Direct Push

417.4

418.6

419.4slag, black, medium, dry

4.0

2.8

2.0

Bottom of hole at 4.0 feet.
medium stiff, black mottled clayey silt

SILT, clayey, sandy, brown, black mottled sandy-clayey silt lense, small coal-like pieces, dry

NOTES Sampler: 4' Macro Core

medium, clayey silt lense, black mottled clayey silt, trace slag

SLAG, black, fine, dry

75

CLAYEY SILT, dark gray, brown mottled clayey silt, soft, dry

LOGGED BY M. Gotto

GROUND ELEVATION 421.433 ft MSL

AFTER DRILLING ---

GROUND WATER LEVELS:

AT TIME OF DRILLING ---

BORING NUMBER SB-27-NE
PAGE  1  OF  1

PROJECT LOCATION Fairmont City, IL
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PROJECT NAME Old American Zinc Plant Site

0
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)

COMPLETED 06/14/06DATE STARTED 06/14/06

CHECKED BY P. Thomson

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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BORING NUMBER SB-27-SE

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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) MATERIAL DESCRIPTION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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COMPLETED 06/14/06

oxidation of slag

brick debris
SLAG, black, fine, some soil and trace roots, dry

PID reading 152 for
2 to 3-foot interval;

sample submitted to
lab for VOC analysis

CLAY, dark gray, soft, plastic, moist

60

brown, light gray mottled clay, medium stiff
MC
2

MC
1

413.7

415.7

417.7

85

DATE STARTED 06/14/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

coarse, fill debris

NOTES Sampler: 4' Macro Core

8.0

6.0

4.0

Bottom of hole at 8.0 feet.
soft

SANDY CLAY, brown, gray mottley sandy clay, medium stiff, plastic, moist

GROUND ELEVATION 421.729 ft MSL

REMARKS
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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BORING NUMBER SB-28-SW
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MATERIAL DESCRIPTION

D
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TH

(ft
)

slag, black, coarse, moist
fill, gray, crushed stone, fine powder, dry

slag, black, fine to medium, trace concrete pieces stained purple and yellow-green, dry

sand, brown, crushed concrete debris, concrete porous, dry
SLAG, fine, black, mixed with asphalt, gravel

CLAYEY SILT, dark gray, cohesive, soft

100

medium stiff, mottled, oxidized, medium gray veining

MC
2

MC
1

414.3

416.3

421.8

100

NOTES Sampler: 4' Macro Core

COMPLETED 06/07/06DATE STARTED 06/07/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

rust-colored, pasty substance

GROUND ELEVATION 422.309 ft MSL

8.0

6.0

0.5

Bottom of hole at 8.0 feet.
trace fine black silty clay streaks at bottom

LOGGED BY M. Gotto
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PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-29-NW
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COMPLETED 06/06/06DATE STARTED 06/06/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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AT END OF DRILLING ---

MC
2

HOLE SIZE 2"

100

79

cobble-size coal
SLAG, brown-black, medium coarseMC

1

412.9

415.9

417.9

419.9

420.4

1.0

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 420.92 ft MSL

NOTES Sampler: 4' Macro Core

8.0

GRAVEL, mixed with slag, black, fine, dry

3.0

AFTER DRILLING ---

0.5

Bottom of hole at 8.0 feet.

gray, no roots

CLAYEY SILT, dark gray, trace roots, medium stiff, cohesive
wet
moist

SAND, brown, medium, rounded, dry

5.0
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AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/19/06

LOGGED BY M. Carlson

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

COMPLETED 06/19/06

SILTY CLAY, olive gray, trace sand, medium stiff, slightly plastic, trace oxidation patterns, moist

415.6

AU
1 100

AT TIME OF DRILLING ---DRILLING METHOD Hand Auger

soft, plastic, trace oxidation, moist

Bottom of hole at 4.0 feet.
4.0

NOTES Sampler: 2-inch, stainless steel hand auger

GROUND ELEVATION 419.632 ft MSL

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

G
E

N
E

R
A

L 
B

H
 / 

TP
 / 

W
E

LL
  O

A
Z 

LO
G

S
.G

P
J 

 G
IN

T 
U

S
.G

D
T 

 0
7/

30
/0

8

R
E

C
O

V
E

R
Y

 %

G
R

A
P

H
IC

LO
G

PROJECT NAME Old American Zinc Plant Site
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BORING NUMBER SB-31-NE

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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HOLE SIZE 2"

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-32-NE
PAGE  1  OF  1
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COMPLETED 06/06/06DATE STARTED 06/06/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:

MATERIAL DESCRIPTION

PROJECT NUMBER C1727

AFTER DRILLING ---
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DRILLING CONTRACTOR GeoServe, Inc.

SLAG, dark brown, medium grain, dry

100

73
light blue gravel, speckled, dry
slag, black, medium grain, moist

MC
2

MC
1

415.5

416.0

417.0

418.0

419.0

5.5

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 423.478 ft MSL

NOTES Sampler: 4' Macro Core

8.0

sludge, light brown/gray, paste-like, soft, mixed with slag, moist

6.5

4.5

Bottom of hole at 8.0 feet.
SILTY CLAY, gray, medium stiff, plastic, dry

CLAYEY SILT, dark gray, cohesive, slightly moist

SLAG, black, medium grain, some cobble-size pieces, wet
SILT, dark gray, moist
wet
brownish, rust-colored

7.5
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-33-NW
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COMPLETED 06/09/06

slag, black, some stone and brick debris
3-inch rubber-like tube, black, slag filled, rubber sleeve gray, strong petroleum odor
SLAG, black, fine to medium, dry

ROTOMILL, gravel, crushed asphalt, gray, large chunks of concrete, dry

slag, black, medium coarse, moist, wood debris

75

SAND, brown, medium, poorly sorted, mixed with debris, moist

MC
2

MC
1

416.9

419.9

420.4

423.9

31

DATE STARTED 06/09/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 424.93 ft MSL

large stone with black glazed top, debris

8.0

5.0

4.5

1.0

Bottom of hole at 8.0 feet.

brown

SANDY CLAY, brown, black mottled sandy clay, plastic, dry

NOTES Sampler: 4' Macro Core
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER SB-33-SE
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HOLE SIZE 2"

D
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TH

(ft
)

GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/09/06 COMPLETED 06/09/06

0

5

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

MATERIAL DESCRIPTION

AFTER DRILLING ---
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MC
1

100

100

DRILLING CONTRACTOR GeoServe, Inc.

424.0

423.5
422.5

421.5

416.5

MC
2

SAND, gray, well sorted, rounded, medium grain, some gravel

417.5

ROTOMILL, mixed with gravel, dry

8.0

3.0

2.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 424.485 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

CLAYEY SILT, black, moist, mixed with yellow brick debris, some purple staining on brick

SLAG, black, fine, very moist, ground pieces of black coal

black sand, slag-like, fine, wet, odor

CLAYEY SILT, black, crumbles easily, dry
7.0

SLAG, black, medium to coarse, dry
0.5

1.0

Bottom of hole at 8.0 feet.
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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BORING NUMBER SB-33-SW

MATERIAL DESCRIPTION

D
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(ft
)

light brown-reddish, dry
dark brown

black sand, slag-like, fine, dry
black
SLAG, dark brown, coarse, dry

wet 419.2

417.2

416.7

416.2

100

77MC
1

MC
2

CLAYEY SILT, medium gray, light gray mottled clayey silt, moist

COMPLETED 06/08/06DATE STARTED 06/08/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 424.225 ft MSL

NOTES Sampler: 4' Macro Core

moist

dark gray, small amount of oxidation, some clear crystals speckled throughout, plastic, dry

SILTY CLAY, brown, dark gray mottled silty clay, dry
SANDY CLAY, brown, clear crystals speckled, dark brown mottled sandy clay, dry

Bottom of hole at 8.0 feet.

5.0

7.0

7.5

8.0
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PROJECT LOCATION Fairmont City, IL
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BORING NUMBER SB-34-NE

DRILLING CONTRACTOR GeoServe, Inc.

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 424.408 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

0

5

10

HOLE SIZE 2"

GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/12/06 COMPLETED 06/12/06

AFTER DRILLING ---

MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

38MC
3

MC
1

100

65

412.4

423.9

422.4

417.9

416.9

MC
2

414.4

416.4

10.0

0.5

2.0

6.5

8.0

12.0

7.5
SLAG, slag-like material, black, moist, gritty, fine to medium grains

ROTOMILL, crushed asphalt, gravel, black, dry
SLAG, slag-like material, black, medium, slightly moist

SAND, brown, well sorted, medium to coarse, rounded, moist

SILT, clayey, black, gritty, soft, moist
CLAYEY SILT, black, medium stiff, plastic

SILTY CLAY, dark gray, stiff, cohesive, plastic

medium gray, some brown mottled clay

Bottom of hole at 12.0 feet.

concrete debris
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0.9

1.0
2.5

4.0

6.0

8.0

7.5

Bottom of hole at 8.0 feet.

CLIENT Blue Tee Corp.

concrete
wood
SANDY SILT, gray, black mottled sandy silt
SLAG, brown/black, medium to coarse grained, oxidized, dry

CLAYEY SILT, dark gray, brown mottled clayey-silt, some oxidation, medium stiff, plastic, moist

0.1

SANDY SILT, brown, moist

GROUND ELEVATION 422.555 ft MSL

CLAY, brown, stiff
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BORING NUMBER SB-35-NE

MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

PAGE  1  OF  1

GROUND WATER LEVELS:

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc.

0

5

CHECKED BY P. Thomson

DATE STARTED 06/13/06 COMPLETED 06/13/06

D
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P
TH

(ft
)

NOTES Sampler: 4' Macro Core

HOLE SIZE 2"

SLAG, black, dry

MC
2

65

100

414.6

422.4
421.7

421.6
420.1

418.6

MC
1

415.1

416.6
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
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Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site
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BORING NUMBER SB-35-NW

MATERIAL DESCRIPTION

65
CLAYEY SILT, dark gray, yellow streaks, plastic, medium stiff

SLAG, black, medium grains, oxidized, dry

wood fragments, organic
coarse, moist
SILT, orange-brown, mixed with slag, black mottled sandy silt, grainy, wet

418.8

417.8

417.3

415.3

414.3

79MC
1

MC
2

CLAY, gray, stiff, plastic

DRILLING CONTRACTOR GeoServe, Inc.

GROUND ELEVATION 422.281 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

STONES, cobble-size, covered with black, coarse slag, wet

HOLE SIZE 2"

GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/13/06 COMPLETED 06/13/06

AFTER DRILLING ---

5.0

Bottom of hole at 8.0 feet.

NOTES Sampler: 4' Macro Core
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7.0

8.0
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CLIENT Blue Tee Corp. PROJECT NAME Old American Zinc Plant Site
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PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT LOCATION Fairmont City, IL

0

5

GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/13/06 COMPLETED 06/13/06

BORING NUMBER SB-36-NE
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(ft
) MATERIAL DESCRIPTION

AFTER DRILLING ---
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65

CLAY SEAM, brown, medium soft, plastic, moist
MC
1

DRILLING CONTRACTOR GeoServe, Inc.

420.5

420.1

419.7
418.5

417.2

413.5

MC
2

SLAG, cindery, black

415.9

NOTES Sampler: 4' Macro Core

8.0

SLAG, black, cindery, trace sand

3.0

GROUND ELEVATION 421.453 ft MSL

LOGGED BY M. Carlson

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

SAND, well sorted, moist
SLAG, black, cindery, moist

SILTY CLAY, dark gray, medium stiff, moist

CLAY, dark gray, medium stiff, low moisture, plastic

Bottom of hole at 8.0 feet.

5.6

4.3

1.0

1.4

1.8

HOLE SIZE 2"
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PROJECT NAME Old American Zinc Plant Site

PAGE  1  OF  1
BORING NUMBER SB-37-NEENTACT & Associates, LLC

1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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brick debris, glazed and stained rock fragments, purple, yellow, dry
SLAG, ground, black, medium to fine, dry

60 sand, black, fine, ground fine slag, moist

glass fragments, dry
SILT, dark gray, trace slag

SAND, brown, well sorted, medium grain, trace slag, moist
CLAYEY SILT, dark gray, plastic, dry

416.6

415.1

414.6

413.1

56

MC
1

MC
2

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/07/06

Bottom of hole at 8.0 feet.

AT TIME OF DRILLING ---

D
E

P
TH

(ft
)

0

5

COMPLETED 06/07/06

4.5

6.0

6.5

8.0

AFTER DRILLING ---

AT END OF DRILLING ---

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.063 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push
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MATERIAL DESCRIPTION
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COMPLETED 06/06/06DATE STARTED 06/06/06

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

PAGE  1  OF  1

AT TIME OF DRILLING ---

12.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.59 ft MSL

DRILLING METHOD Direct Push

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. ThomsonLOGGED BY M. Gotto

BORING NUMBER SB-38-SE

MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, ILPROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.

9.3

100

71MC
2

412.3

409.6

MC
1

MC
3

88

SLAG, black, fine to medium grain, trace gravel, dry

R
E

C
O

V
E

R
Y

 %

medium to coarse grain, dry

wet

CLAYEY SILT, dark gray, cohesive, trace roots, medium stiff, very moist

moist
Bottom of hole at 12.0 feet.
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727

DATE STARTED 06/20/06 COMPLETED 06/20/06
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BORING NUMBER SB-39-NW

0

5

MATERIAL DESCRIPTION

DRILLING CONTRACTOR GeoServe, Inc.

CHECKED BY P. Thomson

96

100MC
2

SILT, silt-like, fines, dark gray, dry
CLAYEY SILT, dark gray, plastic, dry, some oxidation with bits of moisture

418.3

414.8

412.8

411.8

411.3

410.8

SANDY, SILTY CLAY, brown, medium stiff, gray mottled, small amounts of oxidation

MC
1

411.0

GROUND ELEVATION 418.803 ft MSL

slight brown mottling, dry

NOTES Sampler: 4' Macro Core

7.5

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

SILTY CLAY, brown, gray mottled silty clay, stiff, slightly moist
SANDY CLAY, gray, brown mottled, stiff, dry
SAND, gray, fines, well sorted, some oxidation, dry

Bottom of hole at 8.0 feet.
8.0

7.8

0.5

4.0

6.0

7.0

SILTY CLAY, gray, medium stiff, plastic
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DATE STARTED 06/19/06
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)

BORING NUMBER SB-39-SE
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0

MATERIAL DESCRIPTION

CHECKED BY P. Thomson

COMPLETED 06/19/06

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727

SILTY CLAY, olive gray, trace sand particles, moist

GROUND WATER LEVELS:DRILLING CONTRACTOR

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Hand Auger

LOGGED BY M. Carlson

GROUND ELEVATION 418.803 ft MSL

NOTES Sampler: 2-inch, stainless steel hand auger

3.5 415.3
Bottom of hole at 3.5 feet.

AU
1

medium stiff, plastic, intermittant oxidation patterns

100
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MATERIAL DESCRIPTION

COMPLETED 06/19/06DATE STARTED 06/19/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Hand Auger

LOGGED BY M. Carlson

415.8

AU
1

GROUND ELEVATION 418.803 ft MSL

NOTES Sampler: 2-inch, stainless steel hand auger

SILTY CLAY, olive gray, trace sand particles, soft, plastic, very moist

Bottom of hole at 3.0 feet.
3.0

0

100

D
E

P
TH

(ft
)

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

G
E

N
E

R
A

L 
B

H
 / 

TP
 / 

W
E

LL
  O

A
Z 

LO
G

S
.G

P
J 

 G
IN

T 
U

S
.G

D
T 

 0
2/

13
/0

8

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

PAGE  1  OF  1
BORING NUMBER SB-39-SW
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MATERIAL DESCRIPTION

GROUND WATER LEVELS:

DRILLING METHOD Hand Auger AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

GROUND ELEVATION 418.803 ft MSL

DRILLING CONTRACTOR GeoServe, Inc.

NOTES Sampler: 2-inch, stainless steel hand auger

CHECKED BY P. Thomson

DATE STARTED 06/19/06 COMPLETED 06/19/06 HOLE SIZE 2"

414.8

AU
1

LOGGED BY M. Carlson

0
SILTY CLAY, olive gray, trace sand, slightly oxidized in areas, slightly moist, medium stiff, slightly plastic, dry

Bottom of hole at 4.0 feet.
4.0

100
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(ft
)

PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.

BORING NUMBER SB-40-NE

PROJECT NAME Old American Zinc Plant Site
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MATERIAL DESCRIPTION

DRILLING METHOD Hand Auger

0.5

4.0

NOTES Sampler: 2-inch, stainless steel hand auger

LOGGED BY M. Carlson

Bottom of hole at 4.0 feet.

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GROUND WATER LEVELS:

GROUND ELEVATION 418.803 ft MSL

418.3

414.8

AU
1 100

SILTY CLAY, olive gray, trace sand, soft, slightly plastic, moist
CLAY, olive gray, trace sand, oxidation patterns, soft, plastic, moist

COMPLETED 06/19/06

CHECKED BY P. Thomson

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727
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DATE STARTED 06/19/06
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BORING NUMBER SB-40-NW
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MATERIAL DESCRIPTION

trace unknown white silty substance
unknown white, ash-like substance, pasty, pliable, creamy, moist, soft
slag, black, sandy, medium grain, moist

light gray to olive gray, coarse, wet

SILT, dark gray, fine, plastic

mottled

LOGGED BY M. Gotto

5.5

8.0

NOTES Sampler: 4' Macro Core

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

Bottom of hole at 8.0 feet.

417.6

415.1

MC
1

SLAG, black, medium grain, dry

73

77

DRILLING METHOD Direct Push

MC
2

PAGE  1  OF  1
BORING NUMBER SB-41-SW

GROUND ELEVATION 423.062 ft MSL

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

COMPLETED 06/02/06

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:
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DATE STARTED 06/02/06
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CHECKED BY P. Thomson
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PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

brown, mostly oxidized

CLIENT Blue Tee Corp.

SLAG, black, fine to coarse, dry
brick, construction debris, wet

SILTY CLAY, yellow-tan, plastic, oxidation present, moist
light ash gray, black mottled silty clay

brown, black mottled silty clay, specs of white crystals, dry

SANDY CLAY, brown, plastic, dry

Bottom of hole at 8.0 feet.

3.0

6.0

dark gray, speckled with white crystals

MC
2

419.6

416.6

414.6

MC
1 60

60

PAGE  1  OF  1
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8.0

BORING NUMBER SB-42-NE

PROJECT NAME Old American Zinc Plant Site

HOLE SIZE 2"

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.569 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AFTER DRILLING ---

D
E

P
TH

(ft
)

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/09/06 COMPLETED 06/09/06

AT END OF DRILLING ---
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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GROUND WATER LEVELS:

DATE STARTED 06/12/06 COMPLETED 06/12/06

D
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BORING NUMBER SB-43-NE

MATERIAL DESCRIPTION

DRILLING CONTRACTOR GeoServe, Inc.

48

79

58

CONCRETE, crushed mixed with clayey silt, light gray, brick debris, trace black cinders, moist

MC
3

SLAG, black, wood chips

CHECKED BY P. Thomson

421.9

420.9

419.6

419.4

418.1

411.9

MC
1

MC
2

CLAYEY SILT, light gray, very moist

410.9

4.8

11.0

12.0

dark brown, coarse, dry

2.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.883 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

white pasty material, yellow, coarse to cobble-size stones, very moist
SLAG-LIKE MATERIAL or cindery-like material, black, very moist
CLAYEY SILT, olive gray, plast, dry
dark gray, speckled white crystals, slight rubber odor, yellow-white mottled ashy material
CLAY, gray, medium stiff, white crystals speckled throughout, plastic, dry

light gray, stiff, brown-olive gray mottled clay
brown, light gray mottled clay

CLAYEY SILT, light yellow, plastic, dry approximately 3 inches

3.5

Bottom of hole at 12.0 feet.

3.3

1.0

bottom 0.5 inches clayey silt, light gray easily crumbled, dry
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CHECKED BY P. Thomson
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BORING NUMBER SB-43-NW

3.2

LOGGED BY M. Gotto

COMPLETED 06/12/06 GROUND ELEVATION 422.857 ft MSLDATE STARTED 06/12/06

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

PROJECT NAME Old American Zinc Plant Site

NOTES Sampler: 4' Macro Core

MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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2.0

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

420.9

422.4

421.9

4.0

419.7

SANDY SILT, brown, black mottled sandy silt
DEBRIS, yellow crushed brick
SLAG, black, ground, medium, moist
SILTY CLAY, dark gray, medium stiff, black mottled silty clay, mixed with black shiny medium grain pieces and
white crystals
dark red brick fragments
SILTY CLAY, dark gray, medium stiff, dry, white pasty residues, some crystals
some pieces of black shiny specs

421.4

0.5

1.0

1.5

Bottom of hole at 4.0 feet.
418.9

SLAG, black medium, moist

75MC
1
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PROJECT LOCATION Fairmont City, IL

COMPLETED 06/12/06

PAGE  1  OF  1
BORING NUMBER SB-43-SE

8.0

AT TIME OF DRILLING ---

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.649 ft MSL

DRILLING METHOD Direct Push

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/12/06

LOGGED BY M. Gotto

PROJECT NAME Old American Zinc Plant SiteCLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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6.0
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417.6

G
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H
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LO
G MATERIAL DESCRIPTION

421.6

416.6

SLAG, black fine to medium, slightly moist
brick debris, wood chunks, trace sandy silt, brown, wet
CONCRETE
SLAG, coarse, mixed with brick debris, dry

slag like material, brown/black, coarse, large stone with light purple colorations

SILTY CLAY, dark gray, yellow veining, some minor oxidation

420.9

Bottom of hole at 8.0 feet.

1.0

1.7

5.0

CLAY, gray, brown mottled clay, medium stiff, moist

414.6

MC
1 60

100MC
2
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

MATERIAL DESCRIPTION

419.8

8.0

PROJECT LOCATION Fairmont City, IL

420.8

0.5

414.8

MC
1

MC
2

422.3

dark gray, gravel sized rocks, subangular, greenish-tan colored with yellow staining, medium stiff, moist

SLAG, black, ground, dry
SANDY SILT, brown, mixed with brick and construction debris, moist

light gray, beige mottled sandy silt
CLAYEY SILT, brown, moist

3.0

CLAYEY SILT, black, plastic, some greenish mottled clayey silt, moist

2.0

gray

brown mottled clayey silt

Bottom of hole at 8.0 feet.

slag-like material, black, moist
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(ft
)

0

5

COMPLETED 06/12/06
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DATE STARTED 06/12/06
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BORING NUMBER SB-43-SW

LOGGED BY M. Gotto

PROJECT NAME Old American Zinc Plant Site

60

81

GROUND ELEVATION 422.844 ft MSL

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core
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MATERIAL DESCRIPTION

black
SANDY SILT, gray, fill debris, white pasty ash, trace roots
CONCRETE
CLAY, gray, soft, plastic, dark brown and black mottled clay, moist
dark gray bottom 1.0 inch

Bottom of hole at 4.0 feet.

2.5

3.0

3.5

4.0

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

420.3

419.8

419.3

418.8

medium grain, dark brown, trace light blue medium grain pieces
MC
1

SLAG, black, fine, soft, dry

60

NOTES Sampler: 4' Macro Core
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BORING NUMBER SB-44-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

CHECKED BY P. Thomson

GROUND ELEVATION 422.757 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

DATE STARTED 06/13/06 COMPLETED 06/13/06

D
E

P
TH

(ft
)

0

DRILLING CONTRACTOR GeoServe, Inc.
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8.0

COMPLETED 06/07/06
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BORING NUMBER SB-45-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

AT TIME OF DRILLING ---

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.647 ft MSL

DRILLING METHOD Direct Push

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/07/06

PROJECT NUMBER C1727

LOGGED BY M. Gotto

MATERIAL DESCRIPTION

6.0

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.

421.1

419.6

417.8

417.6

415.6

ROTOMILL, asphalt, gravel mix, gray, dry
SLAG, black, fine, sandy, dry

ground, medium grain, dry
SILTY SAND, dark gray, fine, moist

CLAYEY SILT, gray, mottled, soft
SILTY CLAY, dark gray, cohesive, medium stiff, dry

CLAY, gray, stiff

0.5

2.0

3.8

4.0

Bottom of hole at 8.0 feet.

MC
1

MC
2

413.6

69

25
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

SILT, dark gray, stiff, trace roots, moist

ROTOMILL/ASPHALT mixed with gravel, soil, dry
SLAG, fine, black, mixed with sandy silt, dry

coarse, approximately 1-inch white/gray gravel, with glue-like residue, hard, opalescent
brick debris
slag, black, coarse, dry

7.5

end of slag at 6.5 ft

CLAYEY SILT, plastic, moist
Bottom of hole at 8.0 feet.

0.5

approximately 7-inches of wood, wet, no odor
MC
2

421.6

415.6

414.6

414.1

MC
1 71

100

8.0

BORING NUMBER SB-46-SW

0
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6.5

PAGE  1  OF  1

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

AFTER DRILLING ---NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.063 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push

AT END OF DRILLING ---

D
E

P
TH

(ft
)

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/06/06 COMPLETED 06/06/06

PROJECT NUMBER C1727

AT TIME OF DRILLING ---
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PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site

mottled, medium stiff, cohesive, dry

TOPSOIL, roots, ground slag, black, coarse, dry
SILT, gray
SLAG, cobble-size, gravel, brick debris

SILT, dark gray, trace slag chips, stiff

gray, trace fine slag

SANDY SILT, gray, moist
soft, moist

Bottom of hole at 8.0 feet.

black, very fine, moist

420.7

420.5

417.7

414.7

413.2

0.5

MC
1

MC
2

77

100
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(ft
)

0

5

DATE STARTED 06/05/06
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CHECKED BY P. Thomson

PAGE  1  OF  1
BORING NUMBER SB-47-SE

GROUND ELEVATION 421.185 ft MSL

0.7

3.5

6.5

8.0

COMPLETED 06/05/06

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:
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MATERIAL DESCRIPTION

2.0

CLAYEY SILT, dark brown, stiff, gray mottling, dry
sandy, brown, cohesive, stiff, dry

Bottom of hole at 4.0 feet.

CLAYEY SILT, dark gray, stiff, dry
0.5 TOPSOIL, grass, trace roots and gravel, dry

2.5

4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 420.953 ft MSL

420.5

419.0

418.5

417.0

SANDY SILT, dark gray
MC
1

AT TIME OF DRILLING ---

85

CLIENT Blue Tee Corp.

PAGE  1  OF  1
BORING NUMBER SB-48-NE

PROJECT NAME Old American Zinc Plant Site

LOGGED BY M. Gotto

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT LOCATION Fairmont City, IL

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/06/06

D
E

P
TH

(ft
)

0
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DRILLING METHOD Direct Push

COMPLETED 06/06/06
R

E
C

O
V

E
R

Y
 %

G
R

A
P

H
IC

LO
G



AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DRILLING METHOD Direct Push

COMPLETED 06/05/06

LOGGED BY M. Gotto

D
E

P
TH

(ft
)

0

DATE STARTED 06/05/06

SLAG, black, ground, dry

CLAYEY SILT, dark gray, plastic, soft

SILTY CLAY, gray, trace oxidation (orange-brown veining), cohesive, soft

medium stiff, dry
Bottom of hole at 4.0 feet.

AT TIME OF DRILLING ---

1.0

2.0

4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 420.742 ft MSL
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MATERIAL DESCRIPTION

PAGE  1  OF  1
BORING NUMBER SB-49-SW

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

416.7

418.7MC
1 63

419.7
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

COMPLETED 06/02/06
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PROJECT NAME Old American Zinc Plant Site

D
E

P
TH

(ft
)

0

5

PROJECT LOCATION Fairmont City, IL
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BORING NUMBER SB-50-SE
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MATERIAL DESCRIPTION

DATE STARTED 06/02/06

422.6

417.6

415.1

MC
1

LOGGED BY M. Gotto

0.5

5.5

8.0

GROUND ELEVATION 423.108 ft MSL

Bottom of hole at 8.0 feet.

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

MC
2

58

46

ASPHALT/ROTOMILL, crushed gravel, dry
SLAG, brown, mixed with debris, brick, white ash
crushed stone, white with bluish-purple traces of ash
slag, black, fine, mixed with brick debris, medium coarse, dry

CLAYEY SILT, dark gray, plastic, very moist

dry
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 %

CHECKED BY P. Thomson

MATERIAL DESCRIPTION

8.0

9.0

12.0

16.0

0.5

GROUND ELEVATION 421.339 ft MSL

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

SILTY CLAY, gray, medium stiff, small amounts of oxidation, moist

GRAVEL, fill, ground slag, black, dry
SLAG, black, medium to fine grain, dry

silty, mixed with debris, moist

SILTY CLAY, dark gray, some small crystalline structures, plastic, medium stiff
6.0

CLAYEY SILT, dark gray,  mixed with gravel, wet

medium gray, stiff

light brown mottled silty clay

SANDY SILT, brown

Bottom of hole at 16.0 feet.

very dark gray

81

100

100

100

420.8

415.3

413.3

412.3

409.3

405.3

MC
1

MC
2

MC
3

MC
4

LOGGED BY M. Gotto

DATE STARTED 06/09/06

NOTES Sampler: 4' Macro Core

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT LOCATION Fairmont City, IL

COMPLETED 06/09/06

D
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)

0
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15

CLIENT Blue Tee Corp.
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BORING NUMBER SB-51-NE

PROJECT NAME Old American Zinc Plant Site
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

SILTY CLAY, dark gray, brown mottled silty clay, medium stiff, dry

ASPHALT/ROTOMILL, mixed with gravel, dry
SLAG, black, medium to coarse grain, dry
crushed brick debris, yellow
slag particles mixed with clayey silt, black
reddish-brown

0.5

SANDY CLAY, brown, black mottled sandy clay, dry; bottom 3-inches are black

small amounts of oxidation

small amounts of white crystals speckled throughout silty clay

gray, medium stiff

Bottom of hole at 8.0 feet.

SILTY CLAY, gray, black mottled sitly clay, small amounts of oxidation, dry

MC
1

420.2

418.7

417.2

416.7

412.7

MC
2

100

100

2.0

PAGE  1  OF  1
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COMPLETED 06/09/06

BORING NUMBER SB-51-SE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

DRILLING METHOD Direct Push

3.5

4.0

8.0

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/09/06

PROJECT NUMBER C1727

GROUND ELEVATION 420.664 ft MSL
R
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PROJECT NAME Old American Zinc Plant Site
S
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BORING NUMBER SB-51-SW

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

MATERIAL DESCRIPTION

0

5

46

FILL, gravel, slag, reddish-brown, coarse, dry
SLAG, black, moist, dark brown-yellow silty clay fragments
SILTY CLAY, gray, black and yellow mottled silty clay
brick debris
SILTY CLAY, dark gray, yellow mottled silty clay, trace black slag, moist

SLAG, black, medium coarse, mixed with gray silty clay, wet
CLAYEY SILT, gray, moist
light brown, yellow-black mottled silty clay

421.8

420.8

420.3

418.8

418.3

417.3

416.8
415.8

71

lost 1.5 feet down hole

MC
1

MC
2

414.8

HOLE SIZE 2"

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.771 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

SILTY CLAY, white, mixed with gravel stained yellow

AFTER DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/09/06 COMPLETED 06/09/06

D
E

P
TH

(ft
)

AT END OF DRILLING ---

2.0

Bottom of hole at 8.0 feet.

1.0

2.5

4.0

4.5

5.5

6.0
7.0
8.0

CLAYEY SILT, dark gray, dry, crumbles easily
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PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

some oxidation, medium stiff

0.1 420.9

418.8

417.5

415.0

414.0

413.0

SANDY SILT, medium gray, brown mottled sandy silt, low plasticity, wet, trace slag

CLAYEY SILT, gray, brown mottley clayey silt, soft to medium stiff, moist

wood fragments, wet

SANDY SILT, brown, plastic, moist

SAND, brown, fine, well sorted, moist

Bottom of hole at 8.0 feet.

MC
1

MC
2

67 2.2

ROTOMILL, wet
SLAG, brown to black, medium grain, moist

81
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COMPLETED 06/13/06DATE STARTED 06/13/06
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BORING NUMBER SB-52-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

GROUND ELEVATION 420.992 ft MSL

3.5

6.0

7.0

8.0

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

small, speckeled white crystals

ROTOMILL, dry
SLAG, black, medium, dry
SAND, brown, medium grain, well sorted, moist
SLAG, black, dark red brick chunks, construction debris, covered with gray silty material, wet

0.5

light gray mottled silt

SILTY CLAY, dark gray, brown mottled sand, streaks of white, powder-like crystals, plastic, stiff
clusters of white crystals, stiff, dry

Bottom of hole at 8.0 feet.

SILT, gray, brown mottled silt, moist

421.2

420.7

420.2

417.7

416.0

413.7

MC
1

MC
2

60

81

1.0
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DATE STARTED 06/12/06

BORING NUMBER SB-52-SE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

GROUND ELEVATION 421.712 ft MSL

1.5

4.0

5.8

8.0

NOTES Sampler: 4' Macro Core

COMPLETED 06/12/06

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

PROJECT NUMBER C1727
R
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Y
 %
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P

H
IC

LO
G



CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 423.084 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

DATE STARTED 06/12/06 COMPLETED 06/12/06

D
E

P
TH

(ft
)

0

5

DRILLING CONTRACTOR GeoServe, Inc.

construction debris, bricks
SAND, foundary sand, light brown, well sorted, sub rounded, medium grain, dry
SLAG, black, coarse, trace yellow pasty substance covering some gravel-size slag, some purple stained slag,
moist

SLAG, black, medium grain, moist, end at 4.5 feet
CLAYEY SILT, brown, sandy, moist

SILTY CLAY, medium gray, black mottled silty clay, some oxidation

dark gray

Bottom of hole at 8.0 feet.
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2.0

4.0

4.5

6.0

8.0

MATERIAL DESCRIPTION
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BORING NUMBER SB-52-SW

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NAME Old American Zinc Plant Site

ROTOMILL, crushed asphalt, gravel, dry

MC
2

419.1

418.6

417.1

415.1

MC
1 69

65

421.1
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SLAG, ground medium to coarse, dark brown to black, dry

with black mottling
CLAYEY SILT, medium gray, light gray-green clayey silt, very moist

SLAG-like material, medium to coarse, wet, covered with medium to light gray gray silty,
wet material

CONCRETE, crushed, white, some cobble-size pieces, dry

GRAVEL, stained with yellow, orange-yellow silt sludge, strong, sweet odor

CONCRETE, small, white debris fragments

Bottom of hole at 8.0 feet.

GRAVEL, light gray, dry

6.0

SLAG, same as above

4.5
2.5

2.0

1.5

1.0

SLAG-like material, gravel, wet with light gray, silty material

MATERIAL DESCRIPTION

416.3

414.8

418.3

418.8

419.3

419.8

420.3

412.8

100

COLLAPSE, sleeve
is stuck in spoon.

No sample.
Relocate borehole
approximately 3.0

feet west.

100

0.5

MC
2

MC
1

BORING NUMBER SB-53-NE

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

PROJECT NUMBER C1727

G
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A
P

H
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LO
G
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8.0

REMARKS

CLIENT Blue Tee Corp.
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

R
E
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V
E

R
Y

 %
HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND WATER LEVELS:

NOTES Sampler: 4' Macro Core

CHECKED BY P. Thomson

GROUND ELEVATION 420.804 ft MSL

0

5

DRILLING CONTRACTOR GeoServe, Inc.

D
E

P
TH

(ft
)

COMPLETED 06/08/06DATE STARTED 06/08/06



MATERIAL DESCRIPTION

7.0

SLAG, black, wet

SILT, medium gray, moist

CLAYEY SILT, medium gray, moist, mottled light green silty clay veining
CLAY, gray, plastic, soft

Bottom of hole at 8.0 feet.

6.0

7.5

8.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 420.804 ft MSL

LOGGED BY M. Gotto

414.8

413.8

413.3

412.8

FILL, same as SB-53-NE from 0 to 4 feet bgs

MC
2

AT END OF DRILLING ---

71

100

MC
1

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

DRILLING METHOD Direct Push

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

BORING NUMBER SB-53-NE-A
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AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/08/06 COMPLETED 06/08/06

D
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TH

(ft
)
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AT TIME OF DRILLING ---
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BORING NUMBER SB-53-NW

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION

S
A
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R

417.9

415.4

414.4

MC
1

MC
2

65

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 422.391 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

8.0

DATE STARTED 06/08/06 COMPLETED 06/08/06

D
E

P
TH

(ft
)

0

5

DRILLING CONTRACTOR GeoServe, Inc.

SILTY CLAY, dark gray, plastic, stiff, dry

100

SLAG, black, medium to coarse, dry, brick debris, gravel

SLAG black

mottled, black silty clay
brown, trace rust colored silty clay mottling, stiff

SANDY SILT, brown, moist

Bottom of hole at 8.0 feet.

4.5

7.0

silty-sludge, tannish-yellow, soft
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PROJECT NUMBER C1727

PAGE  1  OF  1
BORING NUMBER SB-53-SW

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

417.8

417.3

413.8

MC
1

MC
2

69

COMPLETED 06/08/06 GROUND ELEVATION 421.79 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

DATE STARTED 06/08/06

D
E

P
TH

(ft
)

0

5
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R

CHECKED BY P. Thomson

CLAYEY SILT, black, trace yellow-green powder, soft, moist

100

SLAG, black fine to medium, dry

NOTES Sampler: 4' Macro Core

SAND, brown, medium, moist, strong creosote odor

dark gray, clayey, dry, medium stiff, specs of yellow silty clay

Bottom of hole at 8.0 feet.

4.0

4.5

8.0

Silt with slag, moist, dark gray, wood, strong creosote odor
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

DATE STARTED 06/08/06 COMPLETED 06/08/06

D
E

P
TH

(ft
)

0

5

PAGE  1  OF  1
BORING NUMBER SB-54-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL
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DRILLING CONTRACTOR GeoServe, Inc.

420.5

418.8

417.8

417.5

416.0

414.0

413.0

MATERIAL DESCRIPTION

MC
1

MC
2

69

100

CHECKED BY P. Thomson

R
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C
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 %

G
R

A
P

H
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LO
G

0.5

2.2

3.3

3.5

5.0

7.0

8.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.049 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

SLAG, black, moist

GRAVEL, pulverized asphalt, dark gray, dry
SLAG, black, medium grain

piece of wood, brick debris, wet
SILTY CLAY, brown-orange, plastic, soft

chunks of concrete, white

wood, wet
SILT, dark gray, trace yellow sludge-like material, moist
dark gray, dry
light brownish-yellow
SANDY SILTY CLAY, yellow-brown, plastic, dry

Bottom of hole at 8.0 feet.

GROUND WATER LEVELS:

trace slag and debris



405.9

420.9

415.4

414.4

406.4

405.4

MC
1

MC
2

MC
3

412.4
SILTY CLAY, dark gray, medium stiff, plastic, cohesive, moist

stiff

mottled brown, trace fine silty clay, black

medium gray, brown mottling, moist, medium stiff

very soft, pasty, wet

SANDY SILTY CLAY, gray, brown, mottling, moist
SANDY SILT, brown, moist, small black specs of silty material

Bottom of hole at 16.0 feet.

MC
4

gray, coarse, wet

0.5

MATERIAL DESCRIPTION

7.0

9.0

15.0

15.5

16.0

48

31

100

100

CLAYEY SILT, black, soft to medium stiff, trace yellow silt veining, dry

SILTY CLAY, dark yellow mottled black

CONCRETE
SLAG, black, fine

coarse
orange-red, moist, mixed with brick debris
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BORING NUMBER SB-54-NW

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NUMBER C1727

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.355 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

DATE STARTED 06/08/06 COMPLETED 06/08/06

D
E

P
TH

(ft
)
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DRILLING CONTRACTOR GeoServe, Inc.



MATERIAL DESCRIPTION

GROUND ELEVATION 420.995 ft MSLCOMPLETED 06/08/06

1.0

6.0

8.0

SILTY CLAY, dark gray, medium stiff, plastic, trace black silt, dry

NOTES Sampler: 4' Macro Core

brown, trace black silty slag, brick debris

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

420.0

415.0

413.0

MC
1

MC
2

Bottom of hole at 8.0 feet.

56

67

SLAG, gravel, debris-fill, construction debris

SILTY  CLAY, gray-brown, soft, trace slag, debris pieces throughout, moist

trace brick debris, cobble size

DATE STARTED 06/08/06

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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BORING NUMBER SB-55-N

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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MATERIAL DESCRIPTION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

COMPLETED 06/06/06

D
E

P
TH

(ft
)

0
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R

DATE STARTED 06/06/06

417.6

414.1

MC
1 100

GROUND ELEVATION 418.068 ft MSL

NOTES Sampler: 4' Macro Core

GRASS, topsoil, trace roots, dry
SILT, dark brown, mottled, clayey, stiff, dry

gray, cohesive

Bottom of hole at 4.0 feet.

0.5

4.0

PAGE  1  OF  1
BORING NUMBER SB-57-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, ILPROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.
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MATERIAL DESCRIPTION

DRILLING METHOD Direct Push

1.5

2.0

4.0

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

Bottom of hole at 4.0 feet.

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06 GROUND ELEVATION 419.562 ft MSL

418.1

417.6

415.6

MC
1

FILL, slag, crushed asphalt
slag, crushed, brown-black, dry
black, moist at 10-inches
SILT, dark gray, slightly moist
SILTY CLAY, gray, cohesive, soft
light gray, medium stiff to stiff, cohesive
very stiff, dry
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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)

BORING NUMBER SB-58-SW
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MATERIAL DESCRIPTION

NOTES Sampler: 4' Macro Core

0.5

1.0

3.5

4.0
CLAYEY SILT, dark gray, plastic, dry

GROUND ELEVATION 420.103 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

419.6

419.1

416.6

416.1

MC
1 69

Bottom of hole at 4.0 feet.

FILL, gravel, crushed asphalt, rotomill, black, dry
GRAVEL, ash, medium to fine
SLAG, black, moist, trace white ash, brick debris
slag mixed with silt, brown to dark gray, moist

DATE STARTED 06/02/06

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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COMPLETED 06/02/06

BORING NUMBER SB-59-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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MATERIAL DESCRIPTION

Bottom of hole at 8.0 feet.

0.6

4.0

6.0

8.0

dark gray, trace fine slag, plastic, very moist

SILT, brown, slag fragments, moist

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 421.729 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc.

421.1

417.7

415.7

413.7

MC
1

gray mottled brown, plastic, cohesive, moist

DATE STARTED 06/02/06

73

100

ROTOMILL, gravel, crushed asphalt, dry
SLAG, black, medium coarse, dry.  Brick debris between 1 and 2.0 feet

MC
2

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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GROUND WATER LEVELS:

CLIENT Blue Tee Corp.

COMPLETED 06/02/06

D
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P
TH

(ft
)

0

5

PROJECT NUMBER C1727
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BORING NUMBER SB-60-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CHECKED BY P. Thomson
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MATERIAL DESCRIPTION

DRILLING METHOD Direct Push

2.5

3.5

8.0

NOTES Sampler: 4' Macro Core

Bottom of hole at 8.0 feet.

LOGGED BY M. Gotto

CLAYEY SILT, gray, brown mottled clayey silt, medium stiff, semi-moist, cohesive

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06 GROUND ELEVATION 419.385 ft MSL

52 416.9

415.9

411.4

MC
1

MC
2 100

BACKFILL, gravel, topsoil, brick debris, slag fragments, dry

rust-colored silt, cobble-size, black slag
SILT, dark gray, light aqua blue specs (possible copper corosion?), soft, moist
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0

5

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

PAGE  1  OF  1

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

D
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)

BORING NUMBER SB-61-NE
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PROJECT NAME Old American Zinc Plant SiteCLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

418.0

410.5

MC
1

MC
2

48

100

PROJECT LOCATION Fairmont City, IL

417.5

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06

D
E

P
TH

(ft
)

AT TIME OF DRILLING ---
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BORING NUMBER SB-62-NE

0

5

FILL, gravel, topsoil, brick debris
SLAG, black, medium coarse, dry
CLAYEY SILT, dark gray, moist, cohesive, soft

gray, medium stiff, mottled, small, white crystal specs, fine grain
trace yellow ash material
some oxidation, slightly moist
dark gray, medium stiff to stiff, slightly moist

Bottom of hole at 8.0 feet.

AFTER DRILLING ---

AT END OF DRILLING ---

0.5

1.0

8.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 418.461 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push
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NOTES Sampler: 4' Macro Core

mottled, medium stiff

CLAYEY SILT, gray, soft, plastic
Bottom of hole at 4.0 feet.

1.5

3.5

4.0

DATE STARTED 06/05/06

SLAG, dark brown, ground coarse, dry

GROUND ELEVATION 418.23 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

R
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Y

 %

G
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P
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IC

LO
G MATERIAL DESCRIPTION

416.7

414.7

SILT, gray, cohesive, trace roots
red-brown, moist

MC
1 69

COMPLETED 06/05/06

414.2

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CHECKED BY P. Thomson
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BORING NUMBER SB-63-SE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727



ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

BORING NUMBER SB-64-NW
PAGE  1  OF  1
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GROUND ELEVATION 419.181 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

COMPLETED 06/05/06

D
E

P
TH

(ft
)
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DATE STARTED 06/05/06

NOTES Sampler: 4' Macro Core
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LO
G MATERIAL DESCRIPTION

67

418.7

415.7

411.2

MC
1

MC
2 100

CLAYEY SILT, dark gray, medium stiff, cohesive, moist

TOPSOIL, mixed with slag, black, fine, dry
SLAG, dark brown-black, ground
brick debris

wet, silty

gray, mottled, soft, plastic, brownish-orange streaks (rust-like) veining

medium stiff, dry

Bottom of hole at 8.0 feet.

0.5

3.5

8.0

fine



MATERIAL DESCRIPTION

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/06/06 COMPLETED 06/06/06

D
E

P
TH

(ft
)

GROUND ELEVATION 418.74 ft MSL
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TOPSOIL, grass, black, trace roots, dry 418.2

414.7

MC
1 100

DRILLING METHOD Direct Push

LOGGED BY M. Gotto

CLAYEY SILT, dark gray, stiff, dry

very stiff

Bottom of hole at 4.0 feet.

0.5

4.0

NOTES Sampler: 4' Macro Core

BORING NUMBER SB-65-NE

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION

ASPHALT
FILL, gravel, crushed stone
SILT, brown, gravel mix, dry
SANDY SILT, light brown
moist
light gray, trace fine black slag, moist to very moist
CLAYEY SILT, dark gray, trace roots, moist

CLAY, gray, stiff, moist

Bottom of hole at 8.0 feet.

0.2

0.5

0.8

3.5

6.0

8.0

MC
1

418.9

418.6

418.3

415.6

413.1

411.1

MC
2

81

100

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

BORING NUMBER SB-67-NEENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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COMPLETED 06/02/06

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 419.093 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

DATE STARTED 06/02/06

D
E

P
TH

(ft
)

0

5

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

CHECKED BY P. Thomson
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LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/14/06 COMPLETED 06/14/06

D
E

P
TH

(ft
)
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BORING NUMBER SB-67-SE-A

GROUND ELEVATION 418.777 ft MSL

NOTES Sampler: 4' Macro Core

G
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H
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LO
G MATERIAL DESCRIPTION

10.5

12.0

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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418.3

417.8

417.3

416.3

415.8
414.8

410.3

408.3

406.8

4.0

MC
1

MC
2

MC
3

ASPHALT, gravel
CLAYEY SILT, gray, moist, some trace gravel, slag
GRAVEL, crushed, fine, silt-like
SANDY SILT, gray, black mottled, sandy silt, wet
black
DEBRIS, bricks
SILTY CLAY, dark gray, some oxidation mottled, medium stiff, dry
CLAY, gray, brown mottled clay, some oxidation, medium stiff

brown, gray mottled clay, stiff

SILT, brown, low plasticity, wet

CLAYEY SILT, sandy, brown, medium stiff

soft, sandy, very moist

8.5

0.5

1.0

1.5

2.5

3.0

54

Bottom of hole at 12.0 feet.

73

R
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 %

100



MATERIAL DESCRIPTION

SANDY SILT, plastic, soft

1.5

FILL, gravel, topsoil, asphalt, dry
SANDY SILT, brown, organic
SLAG, coarse, mixed with clayey silt, brown, dark gray mottled sandy silt
CONCRETE, crushed
CLAYEY SILT, black, plastic, dry
medium gray, dark gray mottled clayey silt

brown

brown, gray mottled sandy silt, soft, moist

some black mottled sandy silt
SILTY CLAY, brown, dark gray mottled silty clay, soft moist

Bottom of hole at 12.0 feet.

0.5

gray, some oxidation, mottled clayey silt, soft to medium stiff

MC
1

418.1

417.6

417.1

416.6

409.1

406.6

2.0

MC
2

MC
3

73

100

65

PROJECT NUMBER C1727

1.0
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BORING NUMBER SB-67-SE-B

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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AFTER DRILLING ---

9.5

12.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 418.592 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push
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AT END OF DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/14/06 COMPLETED 06/14/06

D
E

P
TH

(ft
)
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AT TIME OF DRILLING ---
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DRILLING METHOD Direct Push

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT LOCATION Fairmont City, IL

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/14/06 COMPLETED 06/14/06

D
E

P
TH

(ft
)

CLIENT Blue Tee Corp.
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BORING NUMBER SB-67-SE-C

PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION

LOGGED BY M. Gotto

406.6

AT TIME OF DRILLING ---

MC
1

MC
2

MC
3

418.1

417.1

416.6
415.6

410.6

409.6

408.6

407.6

10.0

0.5

1.5

2.0
3.0

9.0

SILTY CLAY, brown, plastic, soft, moist
11.0

12.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 418.58 ft MSL

8.0

56

58

100

SANDY SILT, brown, black mottled

SANDY SILT, clayey, light gray mottled sandy-clayey silt, plastic, moist

CLAYEY SILT, brown, some oxidation, black-dark gray streaks of clayey silt, moist

SILT, brown, wet, some slag-like pieces, black fine

SAND, brown, fine to medium grain, well sorted, rounded, moist

SAND, brown, medium grain, well sorted

brown mottled clayey silt
CLAYEY SILT, gray, dry
TOPSOIL, asphalt, gravel fill, dry

Bottom of hole at 12.0 feet.

dark gray, brown mottled clayey silt, soft
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BORING NUMBER SB-68-NE
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

MATERIAL DESCRIPTION

LOGGED BY M. Gotto

SILT, dark gray, trace roots, plastic

gray, mottled

brown, trace roots, organics

Bottom of hole at 4.0 feet.

1.0

4.0

GROUND ELEVATION 417.57 ft MSL

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/02/06 COMPLETED 06/02/06

NOTES Sampler: 4' Macro Core

FILL, debris, gravel, slag, white ash
416.6

413.6

MC
1 100
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MATERIAL DESCRIPTION

MC
1

415.7

413.2

412.2

77

TOPSOIL, black, trace roots, dry
SILT, black, plastic, dry

SILTY CLAY, dark gray, soft, cohesive
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BORING NUMBER SB-69-NE

Bottom of hole at 4.0 feet.

PROJECT LOCATION Fairmont City, IL

0

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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PROJECT NAME Old American Zinc Plant Site

AT END OF DRILLING ---

0.5

3.0

4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 416.179 ft MSL

LOGGED BY M. Gotto

AT TIME OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06

D
E

P
TH

(ft
)

DRILLING METHOD Direct Push
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MATERIAL DESCRIPTION

DRILLING METHOD Direct Push

0.5

1.0

2.5

4.0

NOTES Sampler: 4' Macro Core

LOGGED BY M. Gotto

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06

D
E

P
TH

(ft
)

GROUND ELEVATION 418.821 ft MSL

418.3

417.8

416.3

414.8

MC
1

ASPHALT, dry
SANDY GRAVEL, crushed, brown, medium to fine, subrounded, dry
SILT, gray, cohesive
trace slag, black, fine
CLAYEY SILT, plastic, cohesive, trace roost, medium stiff, dry
rust/oxidation streaks (veining)
dark orange-black, dry, soft

Bottom of hole at 4.0 feet.

100

PROJECT LOCATION Fairmont City, IL
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BORING NUMBER SB-70-SE

PROJECT NAME Old American Zinc Plant SiteCLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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DRILLING METHOD Direct Push

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06

D
E

P
TH

(ft
)

PROJECT LOCATION Fairmont City, IL

0

PROJECT NAME Old American Zinc Plant Site
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BORING NUMBER SB-71-NE

MATERIAL DESCRIPTION

LOGGED BY M. Gotto

AT TIME OF DRILLING ---

ASPHALT, slag, black, dry
STONE/CONCRETE, crushed, dry
SAND, brown, fine, dry
gray, trace fine black slag
SILT, dark gray, trace roots, dry; end of trace fine black slag
CLAYEY SILT, dark gray, medium stiff, cohesive, dry

Bottom of hole at 4.0 feet.

0.5

1.0

2.5

3.0
4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 419.28 ft MSL

416.3

418.8

416.8

415.3

MC
1 100
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MATERIAL DESCRIPTION

MC
1
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R
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 %

417.0

416.5
415.5

413.5

77

ASPHALT
SOIL, slag fragments, gravel
SLAG

dark gray to black, moist, fine slag-like material, trace roots, plastic, cohesive

SANDY SILT, brown, dry
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BORING NUMBER SB-73-N

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

NOTES Sampler: 4' Macro Core
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Bottom of hole at 4.0 feet.

0.5

1.0
2.0

4.0

D
E

P
TH

(ft
)

gray, moist

GROUND ELEVATION 417.517 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/02/06 COMPLETED 06/02/06
G

R
A

P
H

IC
LO

G



ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

G
E

N
E

R
A

L 
B

H
 / 

TP
 / 

W
E

LL
  O

A
Z 

LO
G

S
.G

P
J 

 G
IN

T 
U

S
.G

D
T 

 0
2/

13
/0

8

HOLE SIZE 2"
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GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/05/06 COMPLETED 06/05/06
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0

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PAGE  1  OF  1
BORING NUMBER SB-74-N

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

AFTER DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc.

Bottom of hole at 4.0 feet.

MC
1 100

416.3
CLAYEY SILT, dark gray, stiff, plastic, trace roots, cohesive, dry

1.0

4.0

NOTES Sampler: 4' Macro Core

GROUND ELEVATION 417.278 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

FILL, gravel, asphalt, trace roots, dry

413.3
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G MATERIAL DESCRIPTION



01/15/2008 - Moved

Attempted Shelby at
25 ft bgs.  No

Recovery.  Blow in
after shelby retrieval.

No sample -
augured to 30 ft bgs.
Blow in at 30 ft bgs.

Lost Shoe.

10YR 4/4, SAND ~ 10 inches, fine to medium, trace pebbles, saturated

33

46

40

80

5YR 2-5/1, SILTY CLAY, ~ 1 foot, stiff, slightly moist, cohesive

10YR 5/3, SAND, fine, well sorted, saturated, dense
CLAYEY SAND, saturated to bottom
2-inch SANDY CLAY seam, wet

10YR 5/4 SILTY SAND,  fine sand with silt, saturated

becomes CLAYEY SILT, moist, iron striations with clay/silt seams, moist

10YR 6/3 CLAYEY SAND, saturated, cohesive ~ 2.5 feet

CLAYEY SAND at 12.5 feet, saturated at bottom, striations of iron,
becomes sandy clay at very bottom, dry, water in toe (shoe) of spoon

grading to SILT, moist, soft

clay content increasing with depth

10YR 6/3 SILTY SAND

10YR 5/2 CLAYEY SILT, some sand, cohesive, slightly moist to 10 feet

10YR 5/4 CLAYEY SILT, soft, cohesive, slightly moist

TOPSOIL, black organic ~ 4 inches

75

CLAYEY SAND, soft, dry, silt seam ~ 4 inches
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(Continued Next Page)

COMPLETED 01/15/08

grading to 10YR 5/1, CLAYEY SAND

CLAYEY SILT in toe of sample

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR Roberts Drilling

HOLE SIZE 4"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD HSA/Mud Rotary

LOGGED BY P. Thomson
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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24.0
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NOTES HSA to 25 feet bgs.  Mud rotary with tri-cone bit to 75 feet bgs.
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boring approximately
5 ft, designate

DB-01A.  Switched
to mud rotary drilling
method.  Blind drill

to 25 ft bgs.

360.5

378.0

376.0

374.5

374.3

374.0

368.3

368.0

364.5

361.0

386.0

360.0

356.6
356.0

364.0

380.0

382.0

388.5

388.0

SS
21

SS
22

SS
23

SS
24

SS
19

SS
18

SS
8

SS
20

SS
9

SS
10

SS
11

SS
12

SS
13

SS
14

SS
15

SS
16

SS
17

22

21

55

24

29

31

31

28

28

24

83

22

34

25

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

G
E

N
E

R
A

L 
B

H
 / 

TP
 / 

W
E

LL
  O

A
Z 

LO
G

S
.G

P
J 

 G
IN

T 
U

S
.G

D
T 

 0
2/

26
/0

8

CLIENT Blue Tee Corp.
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BORING NUMBER DP-01A

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

(Continued Next Page)

same as above, slight laminations of dark grey, wet to 62 1/4 ft, cohesive

grading to 10YR 5/2 SILTY SAND, fine, well sorted, moderately cohesive,
saturated to 33 feet

10YR 2/1 SILT, in toe (shoe), "mud-like", saturated, cohesive
10YR 5/1 SAND, fine to medium, trace well rounded pebbles and quartz,
dense, saturated

SILTY SAND in toe
10YR 5/1 SAND, fine to medium, poorly sorted

grading to medium to coarse with gravel, saturated, medium dense

same as above with pebbles ~ 9 inches

5Y 4/1 SILT, with fine sand, wet, cohesive, soft

SILT, 1/4 inch seam, very dark gray

SAND, fine to coarse sand, poorly sorted, wet, pebbles, gravel, quartz
5Y 4/1  CLAY, pliable, medium dense, cohesive, moist

10YR 4/1 SILT, saturated in toe ~ 3 inches

10YR 4/2 SAND, fine, dense, saturated, moderately cohesive

SAND, fine
grading to 10YR 5/2 CLAYEY SAND
10YR 5/3 SILTY SAND, fine, with pebbles, saturated
CLAYEY SAND

dense

SAND, fine, trace pebbles, piece of gravel, saturated

grading to SILTY SAND, fine, moderately cohesive, medium dense
10YR 2/2 SANDY SILT, seam of black / very dark brown ~ 1/4 inch
SILT, gray in bottom two inches, hard
10YR 4/1 SAND, fine to medium, some pebbles, well rounded, saturated,
medium dense
10YR 5/1 SAND, fine to medium, trace of small, well rounded gravel, wet,
medium dense

10YR 5/1 SILTY SAND, fine to medium, moderately cohesive,

10YR 5/1 SILTY SAND, fine, well sorted, saturated

black organic seam, wood fragments

10YR 5/1 SAND, fine to medium, trace pebbles, well rounded, saturated,
medium dense

44.5
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45.0

50.7

51.0

54.5

55.0

58.0

43.0

59.0

58.5

62.4
63.0

30.5

31.0

33.0

37.0

41.0

39.0



K = 5.33E-07 cm/s
i = 12.14

73.0

50

grading to CLAYEY SILT in toe

5Y 4/1 CLAY, pliable, moist, cohesive

grading to CLAYEY SILT, dense, wet, cohesive, with clay
5Y 5/1 SANDY SILT in toe, wet
5Y 4/1 SAND, fine to coarse, sub gravel, well rounded pebbles, quartz

Bottom of hole at 75.0 feet.
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PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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79

SANDY SILT, dense, moderately cohesive, wet

63

42

50

25
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0

0

54
10YR 5/3 <<B>SAND, fine, some silt, black, trace fine pebbles, well sorted, black
laminations of silt

same as above ~ 3 inches

10YR 4/3 SILTY SAND, with some clay seams, wet medium dense, moderately
cohesive

rubble slough

10YR 4/1 SILTY CLAY, stiff, cohesive, moist

10YR 5/4, SANDY SILT, in toe, soft, moist

some overlying rubble slough

10YR 4/3 SILTY CLAY,  moist to very moist at toe, soft, cohesive

10YR 4/3 SILTY CLAY, cohesive, medium dense, moist at 12 feet

No recovery - rubble in area

Blind drill to 4 feet (rubble)

MATERIAL DESCRIPTION
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PROJECT NUMBER C1727

10YR 5/3 SAND, fine to medium, trace pebbles, well rounded, wet

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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CLIENT Blue Tee Corp.

9.0

21.0

19.0

10YR 5/4 SAND, fine to medium, some silt, soft, wet

25.0

4.0

17.0

DATE STARTED 01/15/08
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COMPLETED 01/16/08

NOTES HSA to 19 feet bgs.  Mud rotary with tri-cone bit to 75 feet bgs.

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR Roberts Drilling

DRILLING METHOD HSA/Mud Rotary

HOLE SIZE 4"

AFTER DRILLING ---

GROUND ELEVATION 421.049 ft MSL

AT END OF DRILLING ---

AT TIME OF DRILLING ---

LOGGED BY P. Thomson
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PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL
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REMARKS

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

58.2

10YR 5/1 CLAY, pliable, cohesive, very moist, some silt

grading to CLAYEY SILT

CLAY in toe
SHELBY TUBE
10YR 5/1 SAND, fine to medium, trace pebbles, wet, some silt

10YR 5/1 SANDY SILT, fine, dense, wet

SILT in toe

10YR 4/1 SAND, coarse, poorly sorted, medium dense, wet, pebbles, well rounded,
quartz

2.5 Y 4.1 SAND, fine to medium, some silt ~ 1 foot

SILTY SAND seam ~ 1 inch

Bottom six inches 10YR 5/2 SILTY SAND, medium dense, wet

SAND, coarse sand and gravel
grading to SAND, fine to medium, poorly sorted with pebbles, well rounded, dense
grades to SANDY SILT ~ 1 foot

grades to 10YR 5.1 SILT
2.5Y 4/1 SILTY SAND, very dense, moderately cohesive, wet
2.5Y 4/1 SANDY SILT, dense, wet
2.4 Y 4.1 SILTY SAND, soft, some pebbles, wet

K = 6.92E-07 cm/s
i = 4.24

PUSHED SHELBY
TUBE

Driller's remark:
"sandy at bottom of

Shelby"
K = 8.11E-04 cm/s

i = 3.09

10YR 6/1 CLAY, soft, cohesive, pliable

grading to CLAYEY SILT bottom six inches

CLAY in toe

10YR 4/1 SANDY SILT

grading to SILT, dense, cohesive

SAND, fine, some silt

grading to medium sand, poorly sorted, quartz

1 inch organic seam with trace wood

bottom three inches fine to medium sand, pebbles, some silt, moist

Dark brown CLAYEY SILT seam

31.0

43.0

53.0

49.0

33.0

47.3

37.0

39.0

41.0

51.0

57.0

58.0

2.5Y 4/1 SAND, coarse, poorly sorted, quartz, pebbles, well rounded, medium dense,
wet

grading to SILTY SAND, dense, wet,
moderately cohesive

55.0



organic wood, black and light tan with some silty grey sand ~ 3 inches

50

46

92

SAND, coarse, poorsly sorted, pebbles and gravel, wet, quartz, well rounded

Bottom of hole at 75.0 feet.

MATERIAL DESCRIPTION

2.5Y 4/1 SAND, fine, wet, dense
grading to coarse with quartz
CLAYEY SILT in toe, wet, cohesive, black laminations

SAND with silt, well sorted, wet, cohesive

black laminatios of wood with some silt, 2.5Y 4/1

2.5Y 4.1 CLAYEY SILT, cohesive, wet, soft, some well rounded pebbles ~ 4 inches
356.0
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2.5Y 5/1 SAND, coarse, quartz, poorly sorted, well rounded, wet, cohesive, silty

2.5Y 5/1 CLAYEY SILT seam ~ 1 inch, cohesive, soft at 71.5 feet
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CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

2.5Y 5/1 SILTY CLAY, medium dense, pliable, cohesive, wet, soft to medium stiff ~ 9
to 10 inches
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BORING NUMBER DP-02

75.0

65

70

75

PAGE  3  OF  3
D

E
P

TH
(ft

)

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R



SAND, fine, quartz, well rounded in toe, wet, some silt

2.5Y 4.1 SAND, fine, well sorted, dense, wet
grading to 10YR 4/1 SANDY SILT, wet, moderately cohesive, dense

10YR 5/2 SILT, dense, wet, cohesive, soft

Pushed Shelby Tube ~ 15 inches of recoveryK = 6.63E-05 cm/s
i = 2.55

BLIND DRILL to 20 ft bgs (location approximately 15 ft south of MW-05)

auger cuttings consist of clays, silty clays, and silts

Refer to boring log MW-05 for lithology to 20 ft bgs.
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CLIENT Blue Tee Corp.

NOTES HSA to 20 feet bgs.  Mud rotary with tri-cone bit to 75 feet bgs.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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MATERIAL DESCRIPTION
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DRILLING CONTRACTOR Roberts Drilling
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COMPLETED 01/17/08DATE STARTED 01/16/08

GROUND WATER LEVELS:

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD HSA/Mud Rotary

LOGGED BY M. Gotto

GROUND ELEVATION 420.25 ft MSL

CHECKED BY P. Thomson

BORING NUMBER DP-03

PROJECT NAME Old American Zinc Plant Site

HOLE SIZE 4"

PROJECT LOCATION Fairmont City, IL
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2.5Y 4.1 SAND, fine, dense, wet to moist
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grading to 2.5Y 5/1 SAND, fine, dense, wet, well sorted, rounded

2.5Y 5/1 SAND,medium to coarse, poorly sorted, sub angular, quartz

~ 3 inches of slough

2.5Y 4/1 SAND, fine to medium, some quartz, sub angular, dense, wet,
cohesive, some pebbles

~ 5 inches of black laminations, silty

~ 7 inches 2.5Y 4/1 SAND, fine
2.5Y 4/1 SAND, fine, dense, wet, well sorted, quartz, rounded

black lamination seam, fine to medium sand, pebbles, sub angular
2.5Y 4/1 SAND, fine, saturated, dense, trace silt

Attempted to push
Shelby Tube

between 60 and 62
ft bgs.  Driller's

remarks: pushed
approximately 8 to
10 inches, felt like

sand, hard to push.
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PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

2.5Y 5/1 SAND, fine, dense, wet

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
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62.0

60.0

54.0

53.0

38.6

35.5

35.0

32.0

2.5Y 4/1 SAND, fine, dense, wet, some silt

SILTY SAND, black, ~ 0.25 inch seam

2.5Y 4/1 SAND, fine, dense, wet

some 2.5 4/1 SILTY SAND in toe, ~ 2 inches, wet

2.5Y 5.1 SAND, fine, dense, wet
SILTY SAND, black, fine, ~ 5 inch seam

black laminations mixed with fine sand, dense, wet

SILTY CLAY, medium dense, cohesive, plaible, some pebbles, well
rounded, wet ~ 10 inches

fine sand bottom 3 inches

2.5Y 4/1 SILT, dense, wet, ~ 5 inches
grading to fine SAND, some silt, dense, wet
grading to coarse sand, well sorted, rounded, quartz

2.5Y 4/1 SAND, fine, dense, wet, some silt

black laminations bottom 6 inches

35

37

38

32

49

54

46

45

23

24

38

24

16

37

44



medium sand, trace coarse sand, dense, sub-rounded to rounded, quartz,
wet

2YR 4/1 SAND, fine, dense, wet, medium,
grading to poorly sorted,  sub rounded

2.5Y 4/1 <B>>SILT, sandy-silt, cohesive, wet, black laminations bottom 6
inches

medium sand, well sorted, quartz, rounded (continued)

Bottom of hole at 76.0 feet.

Stopped - pushed
split-spoon to log 60

to 62 ft bgs.

38

66.2

35

32

medium to coarse, pebbles, sub-rounded, poorly sorted, quartz, sub-angular

75.8
SILTY SAND, fine, dense, wet in bottom inch, in toe

76.0

354.1

SS
23

344.5

SS
26

354.8

344.3

46

58

50

46

54

50

SS
24

SS
25

SS
28

SS
27

65.5

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CLIENT Blue Tee Corp.
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PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL

BORING NUMBER DP-03

PROJECT NAME Old American Zinc Plant Site



SILTY SAND, brown, moist

73

81

91

Schedule 40
Slotted PVC,
0.010-inch
slots

Quartz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

100

SILTY CLAY, black, stiff, trace roots, plastic, dry

brown, soft, light gray mottled clay, moist

some dark gray staining, stiff

CLAY, brown, gray mottled clay, soft to medium stiff, plastic, dry

SANDY CLAY, brown, gray mottled sandy clay, dry

CLAY, gray, brown mottled clay, stiff, some oxidaton

gray, soft, plastic, light brown mottled silty clay, dry
bottom 2.0-inches soft

gray, some oxidation

MATERIAL DESCRIPTION

dark gray mottled silty clay, medium stiff

401.5

MC
1

Concrete pad

400.5

MC
4

404.0

406.5

407.5

410.5

416.4TOPSOIL, grass

MC
2

MC
3

WELL NUMBER MW-01
PAGE  1  OF  1

DATE STARTED 06/19/06

SAND, brown, fine, moist, saturation begins around 15.0 ft
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WELL DIAGRAM

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.
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12.5

10.0

6.0

16.0
Bottom of hole at 16.0 feet.

9.0

AT TIME OF DRILLING 15.0 ft / Elev 401.5 ft

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AT END OF DRILLING ---

DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 416.512 ft MSL

NOTES Sampler: 4' Macro Core; well installed  with hollow-stem auger on 6/20/2006AFTER DRILLING 17.9 ft / Elev 398.6 ft



81

K = 8.01E-07 cm/s
i = 25.5

65

69

Schedule 40
Slotted PVC,
0.010-inch
slots

Quartz filter
sand (NSF)

100

SANDY SILT, brown, fine, dry

Bottom of hole at 16.0 feet.
SAND, brown, fine, well sorted

saturated between 14.0 and 15.0 ft

SILTY SAND, brown, fine, wet

some oxidation, wet

SAND, brown, fine, well sorted

MATERIAL DESCRIPTION

Concrete pad
CLAYEY SILT, black, plastic, dry
TOPSOIL, trace roots, dry

very moist at 7.5 ft

403.1

MC
2

MC
1

Bentonite
pellets

402.6

405.6

408.6

413.6

415.6

418.4

SILTY SAND, brown, dry

MC
3

MC
4

Schedule 40
PVC

brown, dark brown mottled clayey silt, dry

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL
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WELL NUMBER MW-02
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PROJECT NAME Old American Zinc Plant Site

WELL DIAGRAM
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16.0

LOGGED BY M. Gotto

GROUND ELEVATION 418.582 ft MSL

DRILLING METHOD Direct Push

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/19/2006

15.5

13.0

10.0

5.0

3.0

0.2
0

5

10

15
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E

P
TH

(ft
)

DATE STARTED 06/15/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING 19.1 ft / Elev 399.5 ft

AT END OF DRILLING ---

AT TIME OF DRILLING 14.5 ft / Elev 404.1 ft

COMPLETED 06/15/06



4.5

K = 6.18E-06 cm/s
i = 16.0

SLAG, black, fine, dry mixed with fill and brick debris

88

78

63

60

brown, slightly wet

Bottom of hole at 16.0 feet.

light gray, brown mottled silty sand, moist, some oxidation

brown, fine, saturated

MATERIAL DESCRIPTION

Schedule 40
Slotted PVC,
0.010-inch
slots

brown mottled silty clay, cohesive, stiff

gray to light gray mottled silty clay, medium stiff, plastic
brown mottled silty clay, stiff

SILTY CLAY, gray, medium stiff

SILT, dark gray, plastic, moist
wet

coarse, oxidized

SILTY SAND, light brown, wet
MC
4

MC
3

MC
2

MC
1

403.5

406.5

409.0

413.5

415.0

light gray, brown mottled sandy silt, wet
Quarz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

Concrete pad

SANDY SILT, brown, very moist, light gray mottled sandy
silt, some oxidation
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

6.0

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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 %
GROUND ELEVATION 419.456 ft MSL

CHECKED BY P. Thomson

DRILLING CONTRACTOR GeoServe, Inc.

AFTER DRILLING 10.8 ft / Elev 408.7 ft

AT END OF DRILLING ---

AT TIME OF DRILLING 15.0 ft / Elev 404.5 ft

DATE STARTED 06/15/06

LOGGED BY M. Gotto

GROUND WATER LEVELS:

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/19/2006

16.0

13.0

10.5

DRILLING METHOD Direct Push

WELL NUMBER MW-03
PAGE  1  OF  1

HOLE SIZE 2"
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K = 1.41E-07 cm/s
i = 19.2

Schedule 40
Slotted PVC,
0.010-inch
slots

100

56

81

94

Bottom of hole at 16.0 feet.
olive gray, moist

SAND, slightly silty, brown, very moist

SILTY SAND, brown, moist

SILT, brown, light gray mottled silt, moist

CLAY, gray, some oxidation, plastic, soft, some black
specs, dry

SILTY SAND, gray, brown mottled silty sand, cohesive,
moist

some oxidation
black mottled silty clay

SILTY CLAY, gray, brown mottled silty clay, medium stiff,
dry

brown mottled clayey silt
CLAYEY SILT, dark gray, dry
SLAG, fine, oxidized
SILT, black, plastic, dry
TOPSOIL, black, trace roots and gravel, dry

Quarz filter
sand (NSF)

MATERIAL DESCRIPTION

406.7

402.2

405.7

MC
1

408.8

409.2

410.7

412.7

415.2

417.0

417.2

417.7

405.2

Bentonite
pellets

Schedule 40
PVC

Concrete pad

MC
4

MC
3

MC
2

saturated

CLIENT Blue Tee Corp.
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

SILTY CLAY, light gray, medium stiff, brown mottled clay,
plastic, cohesive

WELL NUMBER MW-04
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WELL DIAGRAM

16.0

LOGGED BY M. Gotto

GROUND ELEVATION 418.196 ft MSL

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/20/2006

DRILLING METHOD Direct Push

7.5
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COMPLETED 06/15/06DATE STARTED 06/15/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

AT TIME OF DRILLING 13.0 ft / Elev 405.2 ft

HOLE SIZE 2"

AT END OF DRILLING ---

AFTER DRILLING 18.2 ft / Elev 400.0 ft



ASPHALT, crushed, trace crushed white gravel, fine, dry

K = 4.35E-07 cm/s
i = 19.9

SLAG, black, fine to medium, wet

100

54

100

94

44

MATERIAL DESCRIPTION

Bottom of hole at 20.0 feet.

saturated between 18.0 and 19.0 ft
wet

CLAY, brown, light gray mottled clay, dry

stiff

CLAY, brown, light gray mottled clay, medium stiff, plastic,
cohesive, dry

SILT, brown, light gray mottled silt, plastic

CLAY, brown, light gray mottled clay, stiff, dry to slightly
moist

brown, light gray mottled silty clay

light gray, brown mottled clay, medium stiff, semi-moist,
plastic, cohesive

medium stiff, some oxidation, slightly moist
trace roots

gray, slightly moist

SITLY CLAY, dark gray, trace white powdery crystals,
trace amounts of oxidation, plastic, soft

SILT, dark gray, moist

SILT, brown, very moist
403.8

MC
2

MC
1

400.3

MC
5

404.3

404.8

406.8

407.3

409.3

416.3

417.3

419.8

SILTY CLAY, brown, oxidation, dry

Schedule 40
Slotted PVC
0.010-inch
slots

Quartz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

Concrete pad

MC
3

MC
4
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some oxidation

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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WELL DIAGRAM

DRILLING METHOD Direct Push

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/20/2006

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

AT END OF DRILLING ---

AFTER DRILLING 22.6 ft / Elev 397.7 ft

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

GROUND ELEVATION 420.327 ft MSL

16.0

0.5

3.0

4.0

11.0

13.0

15.5

AT TIME OF DRILLING 18.5 ft / Elev 401.8 ft
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WELL NUMBER MW-05
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83

85

73

88

TOPSOIL, grass with black soil, dry

60

light gray mottled silty sand, some oxidation, saturated at 17.0 ft

brown, fine, wet, dark brown to black streaking, oxidation, wet

Bottom of hole at 20.0 feet.

MATERIAL DESCRIPTION

SILTY SAND, brown, light gray mottled silty sand, some oxidation, moist

soft, dry

Schedule 40
Slotted PVC,
0.010-inch
slots

SANDY SILT, black, organic, trace roots, plastic, dry

SILTY CLAY, dark brown, stiff, dry, medium gray mottled silty clay, dry

SANDY SILT, brown, medium stiff, dark gray mottled, sandy clay, dry

CLAY, brown, gray mottled clay, stiff, dry

SILTY SAND, brown, fine, pliable, very moist

CLAY, brown, medium stiff, dark brown streaks

SILTY SAND, brown, light gray mottled silty sand, moist
saturated
CLAY, brown, light gray mottled clay, fine black streaks, medium stiff
stiff
SAND, brown, fine, wet

SANDY SILT, brown, moist, some oxidation

407.6

399.6

404.6

415.6

419.1

405.6

416.6

406.6

414.6

413.6

411.6

410.1

408.6

417.6

Concrete pad

Schedule 40
PVC

Bentonite
pellets

Quartz filter
sand (NSF)

CLAY, brown, light gray mottled clay, some oxidation, plastic, soft, moist
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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WELL NUMBER MW-06

PROJECT NAME Old American Zinc Plant Site

CLAY, brown, light gray mottled clay, some oxidation, plastic, soft, moist

PROJECT NUMBER C1727

WELL DIAGRAM
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PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

AT TIME OF DRILLING 17.0 ft / Elev 402.6 ft

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/21/2006

GROUND ELEVATION 419.64 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push

8.0

0.5

2.0

3.0

4.0

6.0

9.5

11.0

12.0

13.0

14.0

15.0

20.0

5.0

0

5

10

15

20

D
E

P
TH

(ft
)

COMPLETED 06/19/06DATE STARTED 06/19/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:

HOLE SIZE 2"

AT END OF DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc.
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AFTER DRILLING 22.4 ft / Elev 397.3 ft



8.4

TOPSOIL, black, sandy, trace roots, dry

100

81

88

81

51

75

traces of black sand between 20.0 and 21.0 ft

2.0

0.5

Bottom of hole at 24.0 feet.

Schedule 40
Slotted PVC,
0.010-inch
slots

MATERIAL DESCRIPTION

SAND, brown, fine, well sorted, moist

SANDY SILT, gray, moist
SILTY CLAY, gray, oxidized mottled silty clay, soft
oxidized

CLAYEY SILT, light gray, brown/oxidized mottled clayey silt

SANDY SILT, light brown, dark brown/oxidized mottled, wet

CLAY, gray, medium stiff, oxidation mottled clay, dry

SILT, brown, fine, plastic, wet

slightly moist

SAND, brown, fine, well sorted, moist

SILTY SAND, brown, plastic, dark brown mottled silty sand, dry

403.8

MC
1

401.8

MC
4

404.0

404.3

405.8

407.8

409.8

411.4

417.8

419.3

395.8

saturated around 20.0 ft

Quartz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

Concrete pad

MC
2

MC
5

MC
6

MC
3

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727
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10.0

SILT, gray, brown/oxidized mottled silt, wet

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

WELL DIAGRAM
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HOLE SIZE 2"COMPLETED 06/19/06

NOTES Sampler: 4' Macro Core; well installed with hollow-stem auger on 6/21/2006

GROUND ELEVATION 419.833 ft MSL

LOGGED BY M. Gotto

DRILLING METHOD Direct Push

PROJECT LOCATION Fairmont City, IL

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 06/19/06

AT END OF DRILLING ---

12.0

14.0

15.5

15.8

16.0
18.0

AFTER DRILLING 21.8 ft / Elev 398.0 ft

24.0

PROJECT NAME Old American Zinc Plant Site

WELL NUMBER MW-07

AT TIME OF DRILLING 20.0 ft / Elev 399.8 ft
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AFTER DRILLING 21.4 ft / Elev 399.6 ft

medium stiff, wet
soft, high plasticity, saturated
SILTY CLAY, light brown, medium stiff, plastic, oxidation, moist

light brown

stiff, oxidation patterns, slightly moist

CLAY, dark gray, medium stiff, plastic, orange oxidation patterns, moist

SLAG, black, well-graded, slightly moist, medium dense, non-plastic

trace sands, saturated seem at 16.0 ft bgs

SILTY/SANDY CLAY, light brown, soft, low plasticity, wet

100

100

100

AT END OF DRILLING ---

AT TIME OF DRILLING 16.2 ft / Elev 404.8 ftDRILLING METHOD Direct Push

LOGGED BY M. Carlson

GROUND ELEVATION 421.02 ft MSL

NOTES Sampler: 4' Macro Core: well installed on 6/20/2006

very soft, oxidation patterns, high plasticity, saturated

20.0

16.0

9.7

4.0

Bottom of hole at 20.0 feet.

SANDY CLAY, light brown, soft, oxidation patterns, plastic, wet

MATERIAL DESCRIPTION

MC
5

MC
4

MC
3

MC
2

MC
1

100

401.0

404.8

405.0

411.3

417.0

Schedule 40
Slotted PVC,
0.010-inch
slots

Quartz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

Concrete pad

71

16.2

HOLE SIZE 2"
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WELL DIAGRAM

WELL NUMBER P-01
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PROJECT NAME Old American Zinc Plant Site
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COMPLETED 06/19/06DATE STARTED 06/19/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.
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75

light gray, stiff, slightly moist

CLAY, dark gray, medium stiff, plastic, moist

dark gray, medium stiff

mixture of silty clay, very soft, wet

SLAG, black, light gray silt horizons at 1.2, 1.7, and 3.2 to 4.0 ft

SAND, yellowish-orange, well graded, loose, dry

soft, moist

SILTY CLAY, light gray, soft, plastic, trace sand, saturated

100

92

88

AT TIME OF DRILLING 20.4 ft / Elev 402.8 ftDRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION 423.183 ft MSL

NOTES Sampler 4' Macro Core: well installed on 6/20/2006

24.0

20.0

some oxidation

6.0

42

Bottom of hole at 24.0 feet.

loose sand, high plasticity, saturated
SANDY SILT, yellowish-orange, poorly graded, dense sand, slightly moist

very soft, high plasticity, oxidation patterns

soft, plastic

very soft, saturated, high plasticity

MATERIAL DESCRIPTION

75

MC
6

MC
5

MC
4

MC
3

MC
2

MC
1

399.2

403.2

411.2

417.2

422.2

Schedule 40
Slotted PVC,
0.010-inch
slots

Quartz filter
sand (NSF)

Bentonite
pellets

Schedule 40
PVC

Concrete pad

12.0

1.0

AT END OF DRILLING ---
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WELL DIAGRAM

WELL NUMBER P-02
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PROJECT NAME Old American Zinc Plant Site
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D
E

P
TH

(ft
)

COMPLETED 06/19/06DATE STARTED 06/19/06

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING 24.8 ft / Elev 398.4 ft

PROJECT LOCATION Fairmont City, IL
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52

100

81

100

100

some white crystals, oxidation

100

Concrete pad

SILT, gray, white speckled crystals, moist

Schedule 40
PVC

Bentonite
pellets

Quartz filter
sand (NSF)

Schedule 40
Slotted PVC,
0.010-inch
slots

10.0

0.5

4.5

7.0

CLAY, gray, brown mottled clay, stiff, moist

8.0

11.0

16.0

20.0

24.0

7.9

Bottom of hole at 24.0 feet.

wet
SILTY CLAY, brown, gray mottled silty clay

SILT, gray, moist

brown, some oxidation
gray mottled silt, plastic, moist

MATERIAL DESCRIPTION

SILT, brown, gray mottled silt, some oxidation, saturated

SANDY CLAY, gray, stiff, moist, bottom 1.0 inch

SILTY CLAY, gray, brown mottled silty clay, plastic, soft,
dry

CLAYEY SILT, dark gray, plastic, moist

medium gray, dark gray mottled clayey silt, medium stiff

white pasty material, gray mottled pasty material, soft, moist

SLAG, black, medium, some oxidation, dry
420.9

416.9

414.4

413.5

413.4

K = 1.03E-05 cm/s
i = 21.8

SLAG, yellow-black, coarse, traces of pasty material, moist

405.4

ROTOMILL, dry

MC
5

MC
6

411.4

MC
2

401.4

397.4

MC
4

MC
3

MC
1

410.4

WELL DIAGRAMREMARKS
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WELL NUMBER P-03
D

E
P

TH
(ft

)

AFTER DRILLING 23.0 ft / Elev 398.4 ft

PAGE  1  OF  1

0

5

10

15

20

DRILLING METHOD Direct Push

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

AT TIME OF DRILLING 20.0 ft / Elev 401.4 ft

LOGGED BY M. Gotto

DATE STARTED 06/14/06 GROUND ELEVATION 421.352 ft MSL

NOTES Sampler: 4' Macro Core; well installed on 6/20/2006

COMPLETED 06/14/06

AT END OF DRILLING ---
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CLIENT Blue Tee Corp. PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL
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DRILLING METHOD Direct Push

2.0

4.0

NOTES Sampler: 4' Macro Core

DATE STARTED 03/27/07

LOGGED BY M. Gotto

AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

MATERIAL DESCRIPTION

GROUND ELEVATION

GRASS/TOPSOIL, black, sandy/silty, fine, dry

MC
1 71

1.0
0.3

FILL, gravel mixed with slag-like material, coarse, sand, fine crushed gravel
SILT, sandy, dark gray, dry
SILTY CLAY, dark brown, plastic, moist

Bottom of hole at 4.0 feet.

CHECKED BY P. Thomson
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COMPLETED 03/27/07

PROJECT NUMBER C1727

DRILLING CONTRACTOR GeoServe, Inc.
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PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.
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AT END OF DRILLING ---

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

0.6

AT TIME OF DRILLING ---

0.4

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

COMPLETED 03/27/07

MATERIAL DESCRIPTION

DRILLING METHOD Direct Push

GRASS/TOPSOIL, black, sandy silt

MC
1 60

4.0

FILL, gravel pieces, coarse, minor amounts of slag-like material
SILT, dark brown, sandy, medium stiff, trace roots, mixed with minor slag-like material
black mottled sandy silt

sandy-silt, brown, plastic, slightly moist

Bottom of hole at 4.0 feet.
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CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

BORING NUMBER OS-AT1-NB
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PROJECT NAME Old American Zinc Plant Site



HOLE SIZE 2"

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AFTER DRILLING ---

0.4

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 03/27/07

MATERIAL DESCRIPTION

D
E

P
TH

(ft
)

AT END OF DRILLING ---

GRASS/TOPSOIL, black, silty/sandy, trace amounts of gravel

MC
1 94

4.0

0.8
SLAG, black, fine mixed with brick debris
CLAYEY SILT, dark gray, pliable, trace roots, dry

black mottled silt, slightly sandy, dry
SANDY SILT, dark brown, brown mottled sandy silt, dry

Bottom of hole at 4.0 feet.

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
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CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

DATE STARTED 03/27/07 COMPLETED 03/27/07

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

DRILLING CONTRACTOR GeoServe, Inc.

SLAG, black, fine, dry

MC
1 100

GRAVEL, coarse, dry

CLAYEY SILT, dark gray, plastic, very dark brown mottled clayey silt, slightly moist

Bottom of hole at 4.0 feet.
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4.0
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HOLE SIZE 2"

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AFTER DRILLING ---

0.3

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 03/27/07 COMPLETED 03/27/07

D
E

P
TH

(ft
) MATERIAL DESCRIPTION

0

AT END OF DRILLING ---

SLAG, black, fineMC
1 69

4.0

GRAVEL, white

0.8 SILT CLAY, dark gray, medium stiff, slightly moist
very dark brown with brown mottled silty clag, moist, plastic
dark brown and gray mottled silty clay, moist, plastic

Bottom of hole at 4.0 feet.

0.2 GRASS/TOPSOIL, black, mixed with silty clay
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GROUND WATER LEVELS:

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

DRILLING CONTRACTOR GeoServe, Inc.

4.0

CHECKED BY P. Thomson

DATE STARTED 03/27/07 COMPLETED 03/27/07

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

HOLE SIZE 2"

SLAG, black, silty, moistMC
1 81

GRAVEL, crushed, moist

SILTY CLAY, very dark gray, reddish-brown mottled silty clay, moist

very dark gray, light brown mottled silty clay

Bottom of hole at 4.0 feet.

0.2

0.3
2.0

GRASS/TOPSOIL, gray, silty, moist
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CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

GROUND WATER LEVELS:

DATE STARTED 03/27/07 COMPLETED 03/27/07

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

S
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DRILLING CONTRACTOR GeoServe, Inc.

CLAYEY SILT, dark brown, light brown mottled clayey silt, minor fine sand, slightly moistMC
1 69

SLAG, black, fine, dry

brown, gray mottled clayey silt, fine sand, moist

CLAYEY SAND, brown moist

Bottom of hole at 4.0 feet.

0.3
1.0

3.0

4.0

GRAVEL, mixed with small amounts of soil, trace roots
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COMPLETED 03/27/07

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

DATE STARTED 03/27/07

D
E

P
TH

(ft
)

0
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MATERIAL DESCRIPTION

CHECKED BY P. Thomson

brown, gray mottled, plastic, moist
MC
1 63

GRASS/TOPSOIL, black, silty, mixed with gravel

CLAYEY SILT, dark gray, slightly moist

SILTY CLAY, light brown to brown, minor fine sand, plastic, moist

Bottom of hole at 4.0 feet.

0.3
1.0

3.0

4.0

SLAG, black, fine, dry
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DATE STARTED 03/27/07

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc.

CHECKED BY P. Thomson

4.0

COMPLETED 03/27/07

D
E

P
TH

(ft
)

0

MATERIAL DESCRIPTION

GROUND WATER LEVELS:

CLAYEY SILT, dark gray, plastic, dry
MC
1 83

GRASS/TOPSOIL, black, dry

SLAG, black, fine, dry

brown mottled clayey silt, plastic, slightly moist
SILTY CLAY, gray, brown mottled silty clay, plastic, moist

Bottom of hole at 4.0 feet.
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1.0

3.0
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GRAVEL, coarse, dry
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GRASS/TOPSOIL

MC
1 98

G
E

N
E

R
A

L 
B

H
 / 

TP
 / 

W
E

LL
  O

A
Z 

LO
G

S
.G

P
J 

 G
IN

T 
U

S
.G

D
T 

 0
4/

01
/0

8
ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

SLAG, black, silty, moist
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GROUND WATER LEVELS:

PROJECT NAME Old American Zinc Plant Site

PROJECT LOCATION Fairmont City, IL

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

CLAYEY SILT, dark gray, minor fine sand, slightly moist
dark gray, black mottled clayey silt, moist
SILTY CLAY, gray, brown and dark gray mottled silty clay, medium stiff, plastic, moist
gray
brown, stiff, dark gray mottled silty clay, moist

Bottom of hole at 4.0 feet.

0.2
0.8

DATE STARTED 03/27/07

4.0

CHECKED BY P. Thomson

NOTES Sampler: 4' Macro Core

GROUND ELEVATION

LOGGED BY M. Gotto

DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc.

2.0



DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 03/27/07 COMPLETED 03/27/07 GROUND ELEVATION

D
E

P
TH

(ft
)

NOTES Sampler: 4' Macro Core
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CLAYEY SILT, brown, plastic, moist

MC
1 79

TOPSOIL, silty, dark gray, dry
SLAG, black, fine

LOGGED BY M. Gotto

brown, minor fine sand, slightly moist

Bottom of hole at 4.0 feet.

0.2
0.8

3.5

4.0

SILTY CLAY, dark brown, light brown mottled silty clay, minor fine sand, moist

PROJECT NAME Old American Zinc Plant Site
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DRILLING METHOD Direct Push AT TIME OF DRILLING ---

AT END OF DRILLING ---

AFTER DRILLING ---

HOLE SIZE 2"

DRILLING CONTRACTOR GeoServe, Inc. GROUND WATER LEVELS:

CHECKED BY P. Thomson

DATE STARTED 03/27/07 COMPLETED 03/27/07

D
E

P
TH

(ft
)

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION
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R

NOTES Sampler: 4' Macro Core

BORING NUMBER OS-AT2-SC

LOGGED BY M. Gotto

SILTY CLAY, very dark gray, stiff, light brown mottled silty clay, dry
GRAVEL, white, coarse
GRASS/TOPSOIL, black, sandy, silty, trace gravel, dry

brown, dry

SANDY SILT, brown, dry

79MC
1

0.3

brown, dark brown to black mottled silty clay, stiff to very stiff, dry to slightly moist

3.5

GROUND ELEVATION

0.1

Bottom of hole at 4.0 feet.4.0
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Y

 %

CLIENT Blue Tee Corp.

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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CHECKED BY P. Thomson

CLIENT Blue Tee Corp.

D
E

P
TH

(ft
)

DATE STARTED 03/27/07

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

COMPLETED 03/27/07

BORING NUMBER OS-AT3-NA

MATERIAL DESCRIPTION

PROJECT NAME Old American Zinc Plant Site

0

GROUND ELEVATION

PAGE  1  OF  1
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N

U
M
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E

R

dark brown, dark gray mottled clayey silt, minor fine sand, dry
CLAYEY SILT, dark gray, black mottled clayey silt, dry
SLAG, black, fine, dry
GRAVEL, coarse, dry

DRILLING METHOD Direct Push

Bottom of hole at 4.0 feet.

69MC
1

0.7

PROJECT LOCATION Fairmont City, IL

NOTES Sampler: 4' Macro Core

brown, sandy, slightly moist3.0

CLAYEY SAND, brown, moist

0.3

LOGGED BY M. Gotto

4.0

PROJECT NUMBER C1727

G
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Y

 %
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653



HOLE SIZE 2"

0

D
E

P
TH

(ft
)

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:

MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.
S

A
M

P
LE

 T
Y

P
E

N
U

M
B

E
R

PROJECT NAME Old American Zinc Plant Site

AFTER DRILLING ---

BORING NUMBER OS-AT3-NB
PAGE  1  OF  1

PROJECT LOCATION Fairmont City, IL

DRILLING CONTRACTOR GeoServe, Inc.

brown, dark gray mottled clayey silt, minor fine sand, slightly moist
CLAYEY SILT, dark gray, minor fine sand, dry
SLAG, black, mixed with brick debris, dry
GRAVEL, crushed, mixed with coarse pieces, dry

Bottom of hole at 4.0 feet.

56MC
1

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION

fine sand, brown dark gray mottled clayey sand, moist
4.0

1.0
0.2

NOTES Sampler: 4' Macro Core

PROJECT NUMBER C1727

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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COMPLETED 03/27/07

PAGE  1  OF  1
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PROJECT NUMBER C1727

MATERIAL DESCRIPTION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

BORING NUMBER OS-AT3-NC

DATE STARTED 03/27/07

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

Bottom of hole at 4.0 feet.

brown, friable, dry
brown, dark gray mottled clayey silt, plastic
CLAYEY SILT, dark gray, stiff, dry

0.3

79MC
1

GRAVEL, mixed with slag-like material, dark gray, dry

DRILLING METHOD Direct Push

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT TIME OF DRILLING ---
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LOGGED BY M. Gotto

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

4.0

AT END OF DRILLING ---
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 %



GROUND WATER LEVELS:

S
A
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P

LE
 T

Y
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E
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M
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E

R

PAGE  1  OF  1

0

BORING NUMBER OS-AT3-SA
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(ft

)

COMPLETED 03/27/07DATE STARTED 03/27/07
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MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

DRILLING CONTRACTOR GeoServe, Inc.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

PROJECT NUMBER C1727

CHECKED BY P. Thomson

brown, dark brown mottled clayey silt, plastic, slightly moist

dark gray, brown mottled clayey silt, moist
CLAYEY SILT, dark gray, plastic, slightly moist
SLAG, black, fine, dry
TOPSOIL, grass, mixed with gravel

63MC
1

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

Bottom of hole at 4.0 feet.

NOTES Sampler: 4' Macro Core

4.0

1.0
0.2

GROUND ELEVATION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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BORING NUMBER OS-AT3-SB
PAGE  1  OF  1
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DATE STARTED 03/27/07

0

D
E

P
TH

(ft
) MATERIAL DESCRIPTION
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

CHECKED BY P. Thomson

Bottom of hole at 4.0 feet.

brown mottled clayey silt, plastic, moist

CLAYEY SILT, dark gray, trace roots, plastic, moist
SLAG, black, fine, mixed with silty, slag-like material
GRAVEL, coarse, dry

COMPLETED 03/27/07

0.3

71MC
1

GROUND ELEVATION

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

LOGGED BY M. Gotto

NOTES Sampler: 4' Macro Core

4.0

0.8

DRILLING METHOD Direct Push
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 %



DATE STARTED 03/27/07

BORING NUMBER OS-AT3-SC
PAGE  1  OF  1
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MATERIAL DESCRIPTION
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CHECKED BY P. Thomson

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

COMPLETED 03/27/07

Bottom of hole at 4.0 feet.
gray, brown mottled clayey silt, oxidation, very plastic, moist
oxidation veining
CLAYEY SILT, dark gray, trace oxidation, plastic, slightly moist

SLAG, black, fine, mixed with coarse pieces, dry

88MC
1

GRAVEL, grayish-white, coarse, dry

GROUND ELEVATION

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

LOGGED BY M. Gotto

NOTES Sampler: 4' Macro Core

4.0

2.0

0.4

DRILLING METHOD Direct Push
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BORING NUMBER OS-AT4-A
PAGE  1  OF  1

COMPLETED 03/27/07
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R
PROJECT NAME Old American Zinc Plant Site

0

D
E

P
TH

(ft
) MATERIAL DESCRIPTION
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

DATE STARTED 03/27/07

Bottom of hole at 4.0 feet.

brown, fine sand, plastic, moist

brown, dark gray mottled clayey silt, minor fine sand, plastic, slightly moist
CLAYEY SILT, dark gray, minor fine sand, plastic, slightly moist
SLAG, black, fine, mixed with dark gray clayey silt

0.3

73MC
1

GRASS/TOPSOIL, mixed with coarse gravel

GROUND ELEVATION

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

LOGGED BY M. Gotto

NOTES Sampler: 4' Macro Core

4.0

0.8

DRILLING METHOD Direct Push
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CLIENT Blue Tee Corp.
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8
ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

DRILLING METHOD Direct Push

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT TIME OF DRILLING ---

D
E

P
TH

(ft
)

LOGGED BY M. Gotto

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

4.0

AT END OF DRILLING ---

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT4-B
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0

PAGE  1  OF  1
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 %

MC
1

1.3

MATERIAL DESCRIPTION

G
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H
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G

0.4

85

Bottom of hole at 4.0 feet.

brown, dark gray mottled clayey silt, plastic, stiff, minor fine sand

CLAYEY SILT, dark gray, plastic, slightly moist

TOPSOIL, mixed with coarse gravel, dry
SLAG, black, fine, oxidized, mixed with fine sands



PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT4-C
PAGE  1  OF  1

CLIENT Blue Tee Corp.
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MATERIAL DESCRIPTION

PROJECT LOCATION Fairmont City, IL

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

PROJECT NUMBER C1727

Bottom of hole at 4.0 feet.
brown, light gray mottled clayey silt, minor fine sand, slightly moist
brown, dark gray mottled clayey silt, small amounts of oxidation, plastic, slightly moist
gray, dark gray mottled clayey silt, slightly moist
CLAYEY SILT, dark gray, friable, hard, oxidized, dry

D
E

P
TH

(ft
)

TOPSOIL
0.8

100MC
1

mixed with slag-like material

DRILLING METHOD Direct Push

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT TIME OF DRILLING ---

0.2

LOGGED BY M. Gotto

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

4.0

AT END OF DRILLING ---
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PAGE  1  OF  1

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT5-A
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MATERIAL DESCRIPTION

PROJECT NUMBER C1727
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

D
E

P
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(ft
)

0
0.3

Bottom of hole at 4.0 feet.

SILT, very dark gray, reddish-brown mottled silty clay, gray to very dark gray with some brown mottling, slightly
moist

2.8

GRASS

71MC
1

SLAG

AFTER DRILLING ---

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:

0.7

HOLE SIZE 2"

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

DRILLING CONTRACTOR GeoServe, Inc.
G

R
A

P
H

IC
LO

G

R
E

C
O

V
E

R
Y

 %



PAGE  1  OF  1

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT5-B
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MATERIAL DESCRIPTION

PROJECT NUMBER C1727
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

D
E

P
TH
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)

Bottom of hole at 4.0 feet.

brown

brown, gray mottled clayey silt, plastic, minor amounts of reddish-brown (oxidation), moist
CLAYEY SILT, dark gray, plastic, moist

0
TOPSOIL, mixed with coarse gravel

3.3

83MC
1

SLAG. mixed with reddish-brown (oxidized) clayey silt

AT TIME OF DRILLING ---

COMPLETED 03/28/07DATE STARTED 03/28/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

0.3

AT END OF DRILLING ---

0.8

DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION

NOTES Sampler: 4' Macro Core AFTER DRILLING ---
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 %



PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

BORING NUMBER OS-AT6-A
PAGE  1  OF  1

PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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SLAG mixed with black loam topsoil

3.3

0.8

Bottom of hole at 4.0 feet.

brown mottld clayey silt, ?????
moist???

S
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E
N

U
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B
E

R

mixed with very dark gray silty clay

NOTES Sampler: 4' Macro Core

81MC
1

CLAYEY SILT, dark brown, friable

DRILLING CONTRACTOR GeoServe, Inc.

0

D
E

P
TH

(ft
)

COMPLETED 03/27/07DATE STARTED 03/27/07

GROUND WATER LEVELS:

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND ELEVATION

CHECKED BY P. Thomson
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT6-B
PAGE  1  OF  1

S
A

M
P

LE
 T

Y
P

E
N

U
M

B
E

R

MATERIAL DESCRIPTION

ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653
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0.6

0.3

Bottom of hole at 4.0 feet.

CLAYEY SILT, brown, slightly moist, grading to light brown clayey silt, slightly moist, grading to light brown clayey
silt, moist

as above with gravel and slag pieces

TOPSOIL, dark brown, loamy topsoil with gravel

58MC
1

SILTY CLAY, very dark gray, dry?????

HOLE SIZE 2"

0

D
E

P
TH

(ft
)

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

2.3

DRILLING CONTRACTOR GeoServe, Inc.

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

GROUND WATER LEVELS:
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ENTACT & Associates, LLC
1010 Executive Court, Suite 280
Westmont, Illinois 60559
Telephone:  630.986.2900
Fax:  630.986.0653

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT6-C
PAGE  1  OF  1

PROJECT NUMBER C1727

MATERIAL DESCRIPTION

TOPSOIL, browm, loamy topsoil

NOTES Sampler: 4' Macro Core

3.4

0.3

Bottom of hole at 4.0 feet.

SILTY CLAY, friable, dry

DRILLING METHOD Direct Push

85MC
1 dark brown and brown mottled silty clay, slightly moist

COMPLETED 03/27/07

S
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R

0

D
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P
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(ft
)

GROUND ELEVATION

LOGGED BY J. Stofferahn

DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---
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DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

3.2

0.3

Bottom of hole at 4.0 feet.

very dark brown silty clay, brown mottled grading to brown clayey silt, very slightly moist
SILTY CLAY, very dark gray, dry
very dark gray slag
FILL, mixture of gravel and slag
GRAVEL

1.2
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COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

79MC
1
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BORING NUMBER OS-AT7-A

PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL
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MATERIAL DESCRIPTION
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GRAVEL

0.8

0.4

Bottom of hole at 4.0 feet.

very dark brown and brown mottled silty clay, slightly moist

very dark brown, slightly moist

SLAG, black

79MC
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SILTY CLAY, very dark gray with some brown mottling, slightly moist

DRILLING CONTRACTOR GeoServe, Inc.
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COMPLETED 03/27/07DATE STARTED 03/27/07

3.2

GROUND WATER LEVELS:

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

CHECKED BY P. Thomson
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0.3

dark gray and brown silty clay, dry to slightly moist
SILTY CLAY, very dark gray, dry
SLAG
SILTY CLAY, very dark gray, dry
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Bottom of hole at 4.0 feet.

HOLE SIZE 2"GROUND ELEVATION

3.3

0.6

COMPLETED 03/27/07DATE STARTED 03/27/07

CHECKED BY P. Thomson
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DRILLING CONTRACTOR GeoServe, Inc.

0.8

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---

NOTES Sampler: 4' Macro Core

DRILLING METHOD Direct Push

LOGGED BY J. Stofferahn

GROUND WATER LEVELS:
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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PROJECT NUMBER C1727 PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

BORING NUMBER OS-AT8-C
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MATERIAL DESCRIPTION

SLAG, black, fine, dry

4.0

1.0
0.3

Bottom of hole at 4.0 feet.

gray, soft, trace amounts of reddish-brown (oxidized) silty clay, dry

SILTY CLAY, very dark gray, medium stiff to stiff, pliable, dry

GRAVEL, crushed, grayish-white, dry

83MC
1

dark brown mottled silty clay, medium stiff, very pliable, dry to slightly moist

CHECKED BY P. Thomson
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DATE STARTED 03/26/07

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION

NOTES Sampler: 4' Macro Core
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LOGGED BY M. Gotto

COMPLETED 03/26/07DATE STARTED 03/26/07

CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

DRILLING METHOD Direct Push

GROUND ELEVATION

NOTES Sampler: 4' Macro Core

4.0

1.4

0.3
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Fax:  630.986.0653

AT TIME OF DRILLING ---

BORING NUMBER OS-AT8-E

MATERIAL DESCRIPTION

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site
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gray, medium stiff, pliable

SILTY CLAY, very dark gray, medium stiff, pliable, dry
SLAG, black, fine to coarse grain, dry
GRAVEL, dry
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PROJECT NUMBER C1727

CLIENT Blue Tee Corp.

PROJECT LOCATION Fairmont City, IL

PROJECT NAME Old American Zinc Plant Site

MATERIAL DESCRIPTION

SLAG, slag-like material, black, fine to medium grain, dry

BORING NUMBER OS-AT8-W

4.0

1.0

0.6

Bottom of hole at 4.0 feet.

dark gray, medium stiff, plastic, trace amounts of reddish-brown silty clay, dry

SILTY CLAY, dark gray, medium stiff, reddish-brown (oxidized) veining, trace roots

NOTES Sampler: 4' Macro Core

GRAVEL, crushed, dry

100MC
1

dark gray, stiff, plastic, reddish-brown (oxidized) veining, dry

DATE STARTED 03/26/07
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CHECKED BY P. Thomson

GROUND WATER LEVELS:DRILLING CONTRACTOR GeoServe, Inc.

HOLE SIZE 2"

AFTER DRILLING ---

AT END OF DRILLING ---

AT TIME OF DRILLING ---DRILLING METHOD Direct Push

LOGGED BY M. Gotto

GROUND ELEVATION
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APPENDIX C-2 
 

TRENCHING DIAGRAMS 
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APPENDIX C-3 
 

SEDIMENT AND SURFACE WATER SAMPLING LOGS 

































































































































APPENDIX C-4 
 

WELL CONSTRUCTION AND DEVELOPMENT LOGS 





































































APPENDIX C-5 
 

GROUNDWATER SAMPLING LOGS 






































































